
DRL No. 206 

I t em #6 

DRD NO. SE-6 

I DOE/JPL-956616-86/1 
9950-1230 

WAESD-TR- 86-001 5 
DOE/J PL-9 5661 6-86/1 

D i s t r i b u t i o n  Category UC-63 

FLAT-PLATE SOLAR ARRAY PROJECT 

PROCESS DEVELOPMENT AREA 

PROCESS RESEARCH OF NON-CZ SILICON MATERIAL 

FINAL REPORT 

November, 1983 t o  January, 1986 

CONTRACT NO. 956616 
956616 - Mod 1 
956616 - Mod 2 

The JPL F la t -P la te  So la r  Ar ray  Pro jec t  i s  sponsored by t h e  U.S. Department 
of Energy and forms p a r t  o f  the Solar Photovo l ta ic  Conversion Program t o  
i n i t i a t e  a major  e f f o r t  toward t h e  development o f  low-cost s o l a r  a r rays .  
Th is  work was performed f o r  t h e  Jet Propuls ion Laboratory,  C a l i f o r n i a  
I n s t i t u t e  o f  Technology, by agreement between NASA and DOE. 

(NASA-CR-180607) PLAT-PLATE SCLAE ABBAY I8 7- 2 2302 
EEOJECT ERoCESS DEVELCEMEPI AREA: PROCESS 
RESEABCfl CP NCIJ-CZ SILXCCk IIATEIiCrfAL f i n a l  
Report, BOV,  1983 - Jan. 19&6 ( P e s t i n g h o u s  Unc las  
Electric Corp-) 62 p A v a i l :  N'IJs HC 63/44 0072103 

Advanced Energy Systems D i v i s i o n  
WESTINGHOUSE ELECTRIC CORPORATION 

P. 0. Box 10864 
Pi t tsburgh,  PA 15236-0864 

0551 0: 1 



. 

FLAT-PLATE SOLAR ARRAY PROJECT 

PROCESS DEVELOPMENT AREA 

PROCESS RESEARCH OF NON-CZ SILICON MATERIAL 

FINAL REPORT 

November 1983 - January 1986 

Cont rac t  No. 956616 

956616 - Hod 1 

956616 - Hod 2 

The JPL F la t -P la te  So lar  Array Pro jec t  i s  sponsored by t h e  U.S. Department o f  
Energy and forms p a r t  o f  t h e  So la r  Photovol ta ic  Conversion Program t o  i n i t i a t e  
a major  e f f o r t  toward t h e  development o f  low-cost s o l a r  a r rays .  Th is  work was 
performed f o r  t h e  J e t  Propuls ion Laboratory, C a l i f o r n i a  I n s t i t u t e  o f  
Technology, by agreement between NASA and DOE. 

Prepared by: Approved by 

R. 6. Campbell 
P r i n c i p a l  I n v e s t i g a t o r  

C.  M. Rose 
P r o j e c t  Manager 

Advanced Energy Systems D i v i s i o n  
WESTINGHOUSE ELECTRIC CORPORATION 

P. 0. Box 10864 
Pi t tsburgh,  PA 15236-0864 

0551 0: 2 

i 



. 

TECHNICAL CONTENT STATEMENT 

"This report was prepared as  an account of work sponsored by the United 
S ta tes  Government. Neither the United S ta tes  nor the United S ta tes  
Department of Energy, nor any of t h e i r  employees, nor any of t h e i r  
contractors ,  subcontractors, o r  t h e i r  employees makes any warranty, 
expressed or implied, o r  assumes any legal l i a b i l i t y  o r  respons ib i l i ty  f o r  
t h e  accuracy, completeness o r  usefulness of any information, apparatus,  
product or process disclosed, o r  represented t h a t  i t s  use would not 
in f r inge  privately owned r igh ts . "  

0551 0: 3 

ii 



, 

TABLE OF CONTENTS 

Page 

1.0 INTRODUCTION 1 

2.0 TECHNICAL PROGRESS 4 

2.1 Background 4 

2.2 Simultaneous D i f f u s i o n  Standard Time/Temperature Cycle 5 

2.2.1 Condi t ions f o r  S ta in  Free Surfaces A f t e r  D i f f u s i o n  5 

2.2.2 D i f f u s i o n  Experiments 7 

2.2.4 Sequent ia l  D i f fus ion o f  N-Type Web 20 

2.2.5 Simultaneous D i f f u s i o n  Using a B e l t  Furnace 21 

2.2.3 L a t e r  Approaches 15 

2.2.6 Conclusions - Simultaneous D i f f u s i o n s  Standard 24 
Time/Temperature Cycle 

2.3 Laser Dr i ve - In  f o r  Simultaneous D i f f u s i o n  24 

2.3.1 Background 24 

2.3.2 Experimental Results, I n i t i a l  Test  24 

2.3.3 Subsequent Laser Dr ive Exper imental  Resul ts  33 

2.4 Junc t i on  Formation by Pulsed D i r e c t e d  Heat ing 43 
(F lash  D i f f u s i o n )  

2.4.1 In t roduc  ti on 43 

2.4.2 Experimental Results 45 

2.3.4 Conclusions 41 

2.4.3 Conclusions 62 

3.0 COST ANALYSIS 63 

4 .O CONCLUSIONS 73 

05840: 39 

iii 



. 

LIST OF TABLES 

Table No. 

1 

2 

3 

4 

5 

9 

10 
11 

12 

13 

14 

15 

16 

1 7  

18 

19 

20 

T i t l e  

D i f f us ion  Condi t ions f o r  F ron t  Junc t ion  - N-Type Web 

Process Sequence f o r  Simultaneous D i f f u s i o n  o f  

N-Type Web 

Simultaneous D i f f u s i o n  Experiments and Resul ts  

Simultaneous D i f f u s i o n  Experiments Conducted w i t h  

D i f f u s i o n  Masks Appl ied by Dip Coat ing 

Low Temperature, Arsenic and P-Type Web Simultaneous 

D i f f u s i o n  Experiment Sumnaries 

Sequential D i f f u s i o n  o f  N-Type Web 

Laser Dr i ve  I n  D i f f u s i o n  Test  

Data f rom C e l l s  Fabr ica ted  Using an Excimer Laser t o  

Form t h e  Junct ions 

C e l l  P roper t ies  Measured A f t e r  Heat Treatment o f  

Laser Processed C e l l s  

Range Parameters - Laser Dr i ve  I n  Tests 

Lighted I V  Parameters o f  Representat ive Laser 

Processed Samples 

Dark I V  Data From Selected Laser Processed C e l l s  

Lighted and Dark I V  Data From Laser Processed C e l l s  

A f te r  Annealing and Back Surface Damage 

Dark I V  Data From Fur the r  Laser Processed C e l l s  

Results o f  Conduc t i v i t y  and Sheet R e s i s t i v i t y  

Measurements Made on F lash  D i f f used  Junct ions 

Lighted I V  Dark - C e l l s  Fabr ica ted  on Web w i t h  

Junctions Formed by Pulsed D i rec ted  Heat ing 

Dark I V  Data - C e l l s  Fabr ica ted  on Web w i t h  Junct ions 

Formed by F lash D i f f u s i o n  

Flash D i f f u s i o n  V e r i f i c a t i o n  Experiment O u t l i n e  

Flash D i f f u s i o n  V e r i f i c a t i o n  Experiment 

D i f f us ion  Length Measurements on Selected F lash  

Di f fused C e l l s  

6 

8 

1 2  

16 

18 

22 

26 

31 

32 

34 

38 

39 

40 

42 

46 

52 

53 

55 

56 

58 

05840 : 40 

i v  



T a b l e  No. 

21 

22 

23 

24 

25 

26 

27 

L I S T  OF TABLES (Continued) 

- T i t l e  

C o l l e c t e d  Data from Flash D i f f u s e d  C e l l s  

Format A - 1 W / y r  

Format A - 1 W / y r  

Format A - 25 MW/yr 

Format A - 25 HW/yr 

Cost Factors  - 1 W/Yr and 25 HW/Yr F a c i l i t i e s  

Cost o f  F l a s h  D i f f u s i o n  vs.  Sequent ia l  D i f f u s i o n  

Page 

61 

64 

65 

67 

68  

71 

72 

V 

05840 : 41 



. 

LIST OF FIGURES 

F igure  No.  

1 

2 

3 

4 

5 

6 

7 

8 

9 

10 

11 

12 

13 

05840:42 

- T i t l e  Page 

P'N Fron t  Junc t ion  P r o f i l e  Measured on Simultaneously 

Di f fused Web S t r i p  #49125-21A 

N'N Back Junc t ion  P r o f i l e  Measured on Simultaneously 

Di f fused Web S t r i p  #49125-21A 

Photomicrographs o f  Sample 178 Surfaces A f t e r  Laser 

Dr ive o f  Phosphorus and Boron 

N'P Fron t  Junc t ion  P r o f i l e  Measured A f t e r  Laser Dr i ve  

on Sample 498 

P'P Back Junc t ion  P r o f i l e  Measured A f t e r  Laser Dr i ve  

on Sample 49B 

Spreading Resistance P r o f i l e s  o f  N'P Junc t ion  Taken 

1 .5  mrn Apart  

Typica l  Heat ing Cycle f o r  Short  Time-High Temperature 

D i  f f u s i  on 

Front N'P Junc t ion  Formed by Short  Time-High 

Temperature D i f f u s i o n  

Back P'P Junc t ion  Formed by Shor t  Time-High 

Temperature D i f f u s i o n  

P'N Front  Junc t ion  

N'N Back Junc t ion  

C e l l  E f f i c i e n c y  vs Annealing Cycle N Base and 

P Base C e l l s  

Quantum E f f i c i e n c y  o f  an N Base C e l l  and a P Base C e l l  

10 

11 

27 

28 

29 

36 

44 

47 

48 

49 

50 

59 

60 



1.0 INTRODUCTION 

This f i n a l  r e p o r t  discusses r e s u l t s  of  s tud ies  on Contract  956616 and 

M o d i f i c a t i o n s  1 and 2 of t h i s  con t rac t  e n t i t l e d  "Process Research o f  Non-Cz 

S i l i c o n  M a t e r i a l . "  

The major o b j e c t i v e s  o f  t h i s  program were: 

Develop a process f o r  simultaneously d i f f u s i n g  t h e  f r o n t  and 
back j u n c t i o n s  i n t o  d e n d r i t i c  web s i l i c o n  t o  form a s o l a r  c e l l  
s t r u c t u r e .  

Determine process c o n t r o l  parameters and t h e  s e n s i t i v i t y  o f  
c e l l  parameters t o  v a r i a t i o n s  i n  these c o n t r o l  parameters. 

Perform a cos t  ana lys i s  on t h e  simultaneous j u n c t i o n  format ion 
method and compare t h i s  r e s u l t  t o  a sequent ia l  d i f f u s i o n  
process. 

A l l  o f  t h e  s tud ies  mentioned above were c a r r i e d  o u t  on d e n d r i t i c  web s i l i c o n  

grown on t h e  Westinghouse P r e - P i l o t  f a c i l i t y .  

o f  s i n g l e  c r y s t a l  sheet m a t e r i a l  produced (grown) f rom a molten s i l i c o n  charge 

us ing a d e n d r i t i c  seed. 

c o n d u c t i v i t y  w i t h  a wide range r e s i s t i v i t y  l e v e l s .  

r e s i s t i v i t y  l e v e l s  a r e  c o n t r o l l e d  by the dopants added t o  t h e  molten s i l i c o n  

d u r i n g  t h e  growth cyc le .  D e n d r i t i c  web i s  a h i g h  q u a l i t y ,  pure, c r y s t a l l i n e  

m a t e r i a l  and c e l l s  have been fab r i ca ted  on web w i t h  e f f i c i e n c i e s  i n  excess o f  

15% us ing  a standard process sequence developed by Westinghouse. 

sequence uses a sequent ia l  d i f f u s i o n  process f o r  f r o n t  and back j u n c t i o n  

fo rma t ies .  Thus c e l l  data obtained i n  the simultaneous d i f f u s i o n  experiments 

conducted i n  t h i s  c o n t r a c t  can be c o r r e l a t e d  w i t h  c e l l s  produced us ing t h e  

base l i ne  sequence. 

D e n d r i t i c  web i s  a r i bbon  form 

The web can be grown as e i t h e r  N-type o r  P-type 

Conduc t i v i t y  and 

The standard 

Dur ing t h e  program t h r e e  bas ic  techniques were used t o  study simultaneous 

j u n c t i o n  format ion i n  d e n d r i t i c  web s i l i c o n .  The f i r s t  was a d i f f u s i o n  where 

phosphorous and boron con ta in ing  l i q u i d  me ta l l o rgan ic  precursors* w e r e  app l i ed  

t o  t h e  approp r ia te  s ides o f  a s t r i p  of d e n d r i t i c  web s i ' l i con ,  d r i e d  and 

*Hereaf ter ,  these l i q u i d s  w i l l  be re fe r red  t o  as l i q u i d  dopants. 

05510:4 1 



diffused at standard temperatureltime cycles in a tube type diffusion furnace 
or a belt furnace. 
these tests were carried out on N-type dendritic web to achieve the proper 
front and back junction depths. 
in nearly all cases, the phosphorous diffusant contaminated the boron doped 
junction causing diffusion spikes, and cells with a very low efficiency. 
Various types of Si02 masks were studied in an attempt to prevent this cross 
doping without success. 
a belt furnace. In general the results were the same. 

Due to the diffusion constants of boron and phosphorous 

The proper junction depths were achieved but 

In a parallel effort the diffusion was carried out in 

The second method used was to drive the liquid dopants into the web surface 
using an excimer laser. 
driven in sequentially; however it was recognized that with suitable 
engineering of two laser heads, the drive in could be accomplished 
simultaneously. In this series of experiments, high quality junctions were 
obtained with phosphorous doping; however only very shallow junctions were 
achieved with the boron doping. 
contacts to the back surface were not obtained, and the cells had efficiencies 
in the 8-12% range. 

In these tests the dopants on the two sides were 

With these shallow junctions low resistance 

The third technique investigated for simultaneous junction formation used 
rapid thermal processing equipment. In these tests the web strips, coated 
with the dopants were subjected to a high temperature - short term heat pulse 
from high intensity tungsten-halogen flash lamps. Nominal values of time and 
temperature used were 10 sec and 1100°C. 
obtained on N-type material with efficiencies exceeding 15%. 

In these tests, excellent cells were 

There are several distinct advantages to the rapid thermal pulse junction 
formation. First the junction formation i s  rapid, taking less than 1% of the 
normal time. This reduces both processing time and energy costs. Second, 
since junction formation occurs rapidly, cross-contamination of the dopants 
does not occur. Finally since the procedure forms the junctions 
simultaneously, the processing time is further reduced since one less cleaning 
and etching step i s  required in the cell processing sequence. 
efficiencies greater than 15% were obtained with N-type material, cells from 
P-base material treated in the same way gave lower efficiencies. 

. 

Although 

~ 0551 0: 8 
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To achieve t h e  h ighes t  c e l l  e f f i c i e n c i e s  an anneal ing c y c l e  i s  requ i red  a f t e r  

t h e  i n i t i a l  d i f f u s i o n  process t o  remove quenched i n  de fec ts  due t o  r a p i d  

coo l ing .  

determined. 

o f  t h e  dopant species takes p lace  dur ing t h e  cyc le .  

Dur ing t h e  program an optimum anneal ing t ime/temperature m a t r i x  were 

The temperature and t i m e  chosen a re  such t h a t  no r e - d i s t r i b u t i o n  

A c o s t  ana lys i s  was performed on t h i s  t h i r d  method f o r  simultaneous j u n c t i o n  

fo rmat ion  and t h e  r e s u l t s  i n d i c a t e  g rea ter  than a 60% saving ( f o r  t h i s  s tep)  

i n  a l a r g e  sca le  automated product ion l i n e .  

05510:6 
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2.0 T E C H N I C A L  PROGRESS 

2.1 Background 

In t h i s  section, t h e  resu1.s of th ree  d i f f e r e n t  simu taneous diffusion 
techniques w i l l  be discussed. 
dendr i t ic  web s i l icon grown on the  Westinghouse pre-pilot  f a c i l i t y .  

A l l  of these s tudies  were carr ied out us ing  

In the  baseline sequence developed by Westinghouse, P-type dendr i t ic  web i s  
processed i n t o  so la r  c e l l s  by a sequential process i n  which the  boron doped 
P+P back junction w i t h  a junction depth o f  0.5 5 0.1 urn i s  prepared f i r s t  
followed by the phosphorous doped N'P f r o n t  junction w i t h  a junction depth 
of 0.25 2 0.3 urn. Since phosphorous d i f fuses  as a f a s t e r  r a t e  than boron, 
the  diffusion for the f ront  junction i s  made a t  about 100°C lower temperature. 

In a simultaneous diffusion process where both junctions a r e  found a t  the same 
temperature, the phosphorous doped junctions wil l  be much deeper due t o  t h e  
la rger  diffusion constant. 
s i g n i f i c a n t l y  deeper f r o n t  junction than required. 

Thus a N'P P+ c e l l  s t ruc ture  would have a 

One method obviating th i s  problem i s  t o  use N-base web and form an P+N N+ 

c e l l  s t r u c t u r e .  In t h i s  case, the f ront  (boron doped) junction could be 
controlled t o  the proper depth and the  back (phosphorous doped) junction would 
be considerably deeper as required f o r  a back surface f i e l d .  Therefore most 
of the  experiments discussed here were carr ied out on N-type web. 

The dopant sources used i n  a l l  experiments were l i q u i d  metallorganic 
precursors containing phosphorus, boron o r  other  P-type o r  N-type dopants 
under s t u d y .  
web, dried and baked t o  remove a l l  excess solvent .  The normal d r y i n g  
temperature was 90°C f o r  10 m i n  i n  a i r  followed by baking a t  200°C i n  a i r  f o r  
20 minutes. A t  the end of t h i s  treatment the  sources formed a hard, adherent 
glass- l ike coating. After the diffusion experiment, the residual glasses  were 
removed by etching i n  d i l u t e  HF. 

These dopants were painted on the  appropriate surface of the 

05510:7 
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2 . 2  Simultaneous Diffusion Standard Time/TemDerature Cycle 

2 . 2 . 1  Conditions for Stain Free Surfaces After Diffusion 

In a previous Westinghouse program (JPL Contract 955909) .  a boron back surface 
field was prepared using a liquid boron compound as the diffusion source for 
the back junction. 
staining of the back surface due to incomplete removal of the boron glass 
after diffusion. That stain, believed to be a silicon-nitrogen compound, 
could not be removed using the normal HF-H20 stripping solution. 

In those studies, it was noted that there was residual 

Experimental data indicated that those stains did not adversely affect the 
cell parameters in these N PP cells. However, stains on the front (sun) 
side of the cell will degrade cell performance since the antireflective 
solution coats non-uniformly over the stain. 

+ +  

Thus, the first several processing experiments were carried out to determine 
conditions where the stain would not occur. 

Table 1 gives a summary of conditions used for these tests. 
was diluted with toluene in several runs based on data from previous work 
where the staining was less pronounced with a diluted dopant. 
which had sheet resistivities in the 40-50 R/O range (Rows 1 and 5 in 
Table 1 )  had junction depths of 0.3 t o  0.4 pm. 
desired for a front junction, but can be readily adjusted by varying the 
diffusion times and temperatures. 

The 8-150 dopant 

The web strips 

This is slightly deeper than 

These data. which show higher sheet resistivities when using oxygen in the 
ambient gas, are similar to results obtained in earlier work 
referenced papers suggest that as the oxygen concentration is increased, 
thermal oxidation of the dopant competes with the diffusion process; and there 
is less dopant available for diffusion and therefore a shallower junction 
depth. 

( 1 ) ( 2 ) .  The 

0551 0: 1 1  
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From these t e s t s ,  i t  i s  concluded tha t  when us ing t h e  B-150 dopant, op t ima l  
r e s u l t s  a r e  obta ined us ing  n i t r o g e n  as t h e  ambient gas and a d i l u t e d  dopant 

(e.g., B-150 d i l u t e d  50% w i t h  to luene).  

Since t h e  o b j e c t  of t h e  work was t o  s imultaneously form j u n c t i o n s ,  t e s t s  were 

c a r r i e d  out  us ing  a l i q u i d  phosphorous dopant source (PX-10; A l l i e d  

Chemical). The d i f f u s i o n  cond i t i ons  were t h e  same as those g i ven  i n  Table 1. 

Sheet r e s i s t i v i t i e s  o f  10-30 R M  and w i t h  j u n c t i o n  depths o f  0.8 vm were 

obtained. Thus, i t  was determined t h a t  t he  back j u n c t i o n  (N'N) can be 

prepared under t h e  same d i f f u s i o n  condi t ions as t h e  f r o n t  P'N j u n c t i o n .  

The i n i t i a l  t e s t s  showed t h a t :  1) a s t a i n  f r e e  f r o n t  sur face could be 

obtained, and 2 )  proper  f r o n t  and back j u n c t i o n  depths cou ld  be obtained w i t h  

N-type web us ing a s i n g l e  s e t  of d i f f u s i o n  cond i t i ons .  

2 . 2 . 2  D i f f u s i o n  Experiments 

The process sequence used i n  t h i s  program t o  s imul taneously  d i f f u s e  back and 

f r o n t  j u n c t i o n  i n  N-type web i s  shown i n  Table 2. 

steps i n  t h e  c e l l  process sequence were i d e n t i c a l  t o  those o f  t h e  base l i ne  

Westinghouse process f o r  producing N PP c e l l s .  

A l l  p rev ious and subsequent 

+ +  

I n i t i a l  t e s t s  i n v e s t i g a t e d  d i f f u s i o n  cond i t i ons  l i s t e d  i n  Step 5 o f  Table 2. 

Proper f r o n t  and back j u n c t i o n  depths were achieved w i t h  d i f f u s i o n  tempera- 

t u r e s  ranging from 940 t o  960°C. d i f f u s i o n  t imes ranging f rom 18 t o  25 

minutes, and w i t h  a 1000 cc/min gas ambient o f  N2. I n  some t e s t s ,  t h e  f i n a l  

5 minutes were c a r r i e d  ou t  i n  500 cc/min o f  02. 

These d i f f u s i o n  cond i t i ons  produced f r o n t  j u n c t i o n  depths o f  0.2 - 0.3 pm 

and back j u n c t i o n  depths o f  0.4 - 0.8 vm as determined by spreading 

r e s i s t i v i t y  measurements. 

0551 0:12 
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TABLE 2 
PROCESS SEQUENCE FOR SIMULTANEOUS DIFFUSION OF N-TYPE WEB 

1. Using a P-type liquid organometallic precursor, paint dopant on 
defined front surface of pre-cleaned web. 

2 .  Dry and bake per vendor instructions. 

3 .  Using a N-type liquid organometallic precursor, paint dopant on 
defined back side of web. 

4 .  Dry and bake per vendor instructions. 

5 .  Diffuse at predetermined temperature, time, and gas ambients. 

05840 : 2 



Front  and r e a r  j u n c t i o n  p r o f i l e s  f o r  a rep resen ta t  ve d e n d r i t i c  web c e l l  which 

was simultaneously d i f f u s e d  a re  shown i n  Figures 1 and 2, r e s p e c t i v e l y .  

F igure 1 shows t h e  f r o n t  P+N j u n c t i o n  w i t h  a j u n c t  on depth o f  0.2 pm and 
20 3 a sur face concen t ra t i on  near 10 /cm . The s l i g h t  curvature a t  t h e  

beginning o f  t h e  curve i n d i c a t e s  a "starved" source, i . e . ,  t h e r e  were n o t  

s u f f i c i e n t  phosphorus atoms i n  t h e  source t o  prevent  d e p l e t i o n  a t  t h e  su r face  

du r ing  t h e  d r i v e  process. 

F igure 2 shows t h e  back N+N j u n c t i o n  f o r  t h e  same c e l l .  

depth i s  0.8 pm w i t h  a sur face concentrat ion o f  about 2 x 10 /cm . 
Again, t h e  e f f e c t  o f  t h e  source i s  seen. 

Here t h e  j u n c t i o n  
20 3 

These f i g u r e s  i n d i c a t e  t h a t  proper d i f f u s i o n  cond i t i ons  have been obtained t o  

achieve a P NN c e l l  by simultaneous d i f f u s i o n .  + +  

When s t r i p s  d i f f u s e d  under these condi t ions were processed i n t o  f i n i s h e d  

c e l l s ,  very  l o w  e f f i c i e n c i e s  (on t h e  o rde r  o f  1-5%) were obtained. The s t r i p s  

were  c a r e f u l l y  checked w i t h  a c o n d u c t i v i t y  probe, and w h i l e  t h e  back sur face 

was t o t a l l y  N-type t h e r e  were small  areas o f  N-type m a t e r i a l  on the P-type 

f r o n t  surface. 

dopant, causing d i f f u s i o n  spikes and e l e c t r i c a l  shor ts  i n  the  P+N j u n c t i o n .  

Extreme care was taken i n  t h e  dopant a p p l i c a t i o n  t o  prevent  any phosphorous 

g e t t i n g  on t h e  f r o n t  surface, which leads t o  t h e  conclus ion t h a t  t h e  

contaminat ion occurred du r ing  the d i f f u s i o n .  

That i s ,  t h e  f r o n t  surface was contaminated w i t h  phosphorous 

I n  t h e  nex t  s e r i e s  o f  experiments, t h e  surfaces o f  t h e  web were coated w i t h  an 

undoped Si02 g lass ( a f t e r  t h e  dopant a p p l i c a t i o n )  t o  i n h i b i t  o r  c o n t r o l  t h i s  

contaminat ion ( o r  cross-doping). Table 3 l i s t s  t h e  d i f f u s i o n  cond i t i ons  and 

t h e  r e s u l t s  obta ined i n  a number o f  experiments which inc luded t h e  Si02 mask. 

Several d i f f e r e n t  S i 0  glasses were  used i n  these t e s t s .  U1A i s  used as a 

d i f f u s i o n  mask i n  t h e  base l i ne  process f o r  N'PP c e l l s .  X600 and NP-SR a r e  
exper imental  S i 0  s o l u t i o n s  obtained f rom A l l i e d  Chemical Corporat ion and 

r e q u i r e  baking a t  h ighe r  temperatures t o  achieve a hard g lass.  

2 

2 

9 ~ 
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Figure 1. P+N Front Junction P r o f i l e  Measured on Simultaneously 
Diffused Web S t r i p  U49125-21A 
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Experiment 47748 was d i f f u s e d  i n  A r  t o  determine if t h e r e  was any i n t e r a c t i o n  

between t h e  N2 ambient and t h e  dopant/mask l a y e r s  which would cause 

o u t - d i f f u s i o n  o f  t h e  dopants. 

As seen 

was 11%; 

4%). I n  

measured 
range. 

n Table 3 ,  t h e  maximum c e l l  e f f i c i e n c y  obta ined i n  these experiments 

however, t h e  m a j o r i t y  o f  t h e  c e l l s  have much lower e f f i c i e n c y  (1% - 
a l l  cases when t h e  shunt res i s tance  o f  t h e  low e f f i c i e n c y  c e l l s  was 

2 
i t  was found t o  be unacceptably low, g e n e r a l l y  i n  t h e  1-10 R-cm 

A f t e r  t e s t i n g ,  the metal and a n t i r e f l e c t i o n  coa t ing  w e r e  removed from a number 

o f  c e l l s  i n  the experiments l i s t e d  i n  Table 3 .  These c e l l  b lanks had t h e  same 

sheet r e s i s t i v i t y  as was measured a f t e r  d i f f u s i o n ,  b u t  a c a r e f u l  

po in t -by -po in t  scan w i t h  a c o n d u c t i v i t y  probe showed smal l  N-type areas i n  t h e  

P-type f r o n t  surface. These areas would be s u f f i c i e n t  t o  produce a s h o r t  

c i r c u i t  i n  t h e  c e l l  j u n c t i o n  causing t h e  very low shunt res i s tance  and the  low 

I V  parameters. 

A model was developed t o  e x p l a i n  the  r e s u l t s  o f  these simultaneous d i f f u s i o n  

experiments. The phosphorus species d i f f u s e  both i n t o  t h e  s i l i c o n  forming t h e  

N+N back j u n c t i o n  and outward through t h e  mask. These phosphorus species 

d i f f u s i n g  through t h e  mask then m ig ra te  ( i n  a gas o r  along t h e  sur face o f  t h e  

web) and d i f f u s e  i n t o  t h e  f r o n t  sur face o f  t h e  c e l l .  This excess phosphorus 

i n  t h e  f r o n t  surface of t h e  s i l i c o n  prevents the  boron from compensating t h e  

web and forming t h e  requ i red  P N j u n c t i o n .  This explanat ion has been 

v a l i d a t e d  by spreading res i s tance  measurements. I n  some areas on t h e  f r o n t  

surface, t h e  spreading res i s tance  p r o f i l e  i s  s i m i l a r  t o  F igu re  2, t h a t  i s ,  an 

N+N j u n c t i o n  s t ruc tu re  . 

+ 

I n  an e f f o r t  t o  improve t h e  u n i f o r m i t y  o f  t h e  d i f f u s i o n  mask, an a l t e r n a t i v e  

a p p l i c a t i o n  method was tes ted .  I n  t h i s  technique, t h e  web s t r i p ,  coated w i t h  

baked P-type and N-type dopants, was dipped i n t o  t h e  Si02 s o l u t i o n  and 

s low ly  withdrawn. This method i s  completely analogous t o  t h e  base l i ne  

sequence method f o r  app ly ing  t h e  a n t i r e f l e c t i v e  coa t ing .  

proper  mask thickness (1500-2000 A ) ,  i t  was necessary t o  p u l l  t h e  web f r o m  the 

s o l u t i o n  a t  about 30 cm/min. A f t e r  baking t o  remove t h e  so l ven t ,  t h e  oxide 

To achieve the 

0551 0: 11 
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l a y e r s  cover ing t h e  dopants appeared to  be uni form, f r e e  o f  cracks, and 
c r y s t a l l i z a t i o n .  

impermeable d i f f u s i o n  mask. 

It was hoped t h a t  t h i s  S i02 l a y e r  would form an 

I n  t h e  f i r s t  t e s t ,  U1A ( D i f f u s i o n  Technology) Si02 was used. 

be seen from data f rom c e l l s  produced i n  t h i s  experiment (Table 4 . ) ,  t h e  c e l l  

e f f i c i e n c i e s  were very low. Several c e l l s  were s t r i p p e d  o f  metal  and 

a n t i r e f l e c t i v e  coa t ing  and t h e  surfaces mapped w i t h  a c o n d u c t i v i t y  probe. On 

each c e l l  blank, smal l  areas o f  N-type c o n d u c t i v i t y  w e r e  found on t h e  P+ 
s ide  f r o n t  surface. These smal l  areas were apparen t l y  s u f f i c i e n t  t o  s h o r t  o u t  

t h e  j u n c t i o n  causing t h e  low e f f i c i e n c y .  

v a r i a b l e  w i t h  values between 5R/O and 300 R/O. This  i s  a f u r t h e r  

i n d i c a t i o n  t h a t  phosphorus penetrated t h e  f r o n t  j u n c t i o n  s ince r e s i s t i v i t i e s  

i n  t h e  30-50 R/O a r e  normal ly  obtained. 

However as can 

The sheet r e s i s t i v i t y  was q u i t e  

Very s i m i l a r  r e s u l t s  were obtained on t h e  l a s t  two experiments i n d i c a t i n g  t h q t  

t h e  Si02 glasses a re  n o t  adequate masks. 

Based on t h e  data f rom these experiments, i t  i s  obvious t h a t  t h e  d i f f u s i o n  

masks used were n o t  capable o f  prevent ing t h e  o u t - d i f f u s i o n  o f  phosphorus and 

subsequent contaminat ion o f  t h e  P 

m a t e r i a l  being used, i t s  method o f  app l i ca t i on ,  t h e  method o f  forming t h e  

glass,  t h e  method o f  use, o r  some combination o f  t h e  above. 

+ surface. The problem may be due t o  t h e  

The n e x t  s e r i e s  o f  t e s t s  i nves t i ga ted  var ious a l t e r n a t i v e  approaches t o  

ach iev ing  t h e  simultaneous d i f f u s i o n  w h i l e  concen t ra t i ng  on t h e  tube t ype  

furnace d r i v e  process. 

2.2.3 L a t e r  Approaches 

a. Lower Temperature D i f f u s i o n  

The phase diagram(3) o f  t h e  Si02-P205 system shows t h e  P205 forms 

a l i q u i d  i n  Si02 a t  temperatures s l i g h t l y  below 1000°C. 

p o s s i b i l i t y  t h a t  a t  9 6 O O C  t h e  phosphorus has s u f f i c i e n t  m o b i l i t y  t o  

o u t - d i f f u s e  through t h e  mask and onto t h e  f r o n t  surface. 

This suggests t h e  

Accordingly,  

0551 0: 1 2  15  
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experiments w e r e  conducted i n  which the d i f f u s i o n  temperature was reduced by 

100°C t o  reduce t h e  phosphorus m o b i l i t y .  

The f i r s t  experiment was conducted using a d i f f u s i o n  temperature o f  860°C f o r  

60 minutes. T h e o r e t i c a l l y ,  these condi t ions should produce a back sur face 

f i e l d  (BSF) o f  about 0.3 ccm and a f r o n t  j u n c t i o n  o f  0.15 ccm - both 

s i g n i f i c a n t l y  more shal low than desired. 

experiment would produce in fo rma t ion  regard ing t h e  m o b i l i t y  o f  phosphorus. 

would a l s o  a f f o r d  an o p p o r t u n i t y  t o  determine I V  c h a r a c t e r i s t i c s  o f  a c e l l  

w i t h  shal low j u n c t i o n s .  

However, i t  was f e l t  t h a t  t h e  

It 

A second experiment was then conducted w i t h  t h e  d i f f u s i o n  temperature 

increased s l i g h t l y  t o  8 7 O O C  w i t h  t h e  d i f f u s i o n  t i m e  he ld  f i x e d  a t  60 minutes. 

I n  t h i s  experiment, t h e  d i f f u s i o n  mask th ickness was increased f rom 1500 A t o  

2000 A t o  determine i f  t h e  t h i c k e r  mask was more impervious t o  t h e  phosphorus. 

A f t e r  t h e  d i f f u s i o n  step, c e l l  processing was completed us ing  t h e  basel ine 

sequence. The I V  p r o p e r t i e s  o f  the c e l l s  were e s s e n t i a l l y  t h e  same as 

prev ious simultaneous d i f f u s i o n  experiments, i .e . ,  low open c i r c u i t  vo 

and low e f f i c i e n c y .  A l l  c e l l s  had a l o w  shunt res i s tance  o f  l e s s  than 

100 Rcm . 2 

To f u r t h e r  analyze t h e  c e l l s ,  t he  contact  metal  and a n t i r e f l e c t i o n  coa 

were  removed f r o m  severa l  c e l l s  i n  each run. The f r o n t  sur face o f  t h e  

i n  

tage 

i ng 

c e l l s  

was mapped w i t h  a c o n d u c t i v i t y  probe and showed smal l  areas o f  N-type m a t e r i a l  

which cou ld  a c t  as a shunt l ead ing  t o  t h e  low Voc and low e f f i c i e n c y .  

It should be noted t h a t  t h e  f i r s t  low temperature experiment was conducted i n  
a newly cleaned d i f f u s i o n  tube which was t e s t e d  and found f r e e  o f  

contaminat ion.  S i n c e  t h e  c e l l s  produced from t h i s  run  had s i m i l a r  f r o n t  

su r face  N-type areas as those i n  previous simultaneous j u n c t i o n  experiments, 

i t  was concluded t h a t  t he  source o f  the noted contaminat ion i s  n o t  t he  

d i f f u s i o n  tube. 

Table 5 summarizes r e s u l t s  o f  t h e  low temperature d i f f u s i o n  experiments along 

w i t h  o t h e r  experiments descr ibed below. 

05510:13 17 
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b. Arsenic Diffusion 

Arsenic is a much slower diffuser than phosphorus. Therefore, a simultaneous 
diffusion can be carried out at 950°C-9600C which will give the required P'N 
junction depth of 0.2-0.3 pm. 
junction should be 0.3-0.4 vm deep. 

At this temperature, the As doped back N'N 

For the first experiment with the new doping species, an arsenic doped liquid 
precursor, AS-120, was used. This material was obtained from Allied Chemical 
and is an arsenic compound in ethyl alcohol. 

The arsenic dopant was applied in the same manner as the PX-10 used in the 
earlier experiments. After application, it was dried under a heat lamp at 
90°C and then baked at 200°C in air for 20 minutes. 
was applied over the baked dopant. 

The Si02 diffusion mask 

Row 3 in Table 5 gives data on the first arsenic experiment together with cell 
data after baseline processing. 

The cells had low efficiencies, and most of the cells had open circuit 
voltages of less than 100 mV. However, a number of cells had an open circuit 
voltage above 300 mV and efficiencies o f  about 3%. All cells showed a low 
shunt resistance from 40 to 200 Rcm . 2 

Representative cells from this run were stripped of metal and AR coating. 
these cells, also small areas of N' conductivity were found on the P' 
surface. 
performance and essentially behaves the same as the phosphorus dopant. 

On 

Thus the As dopant does not significantly improve the cell 

c. Simultaneous Diffusion of P-Type Web 

Throughout these experiments, emphasis has been placed on the simultaneous 
diffusion of N-type web. With N-type web, the back N'N Junction (doped with 
fast diffusing phosphorus) can be diffused deep into the web while achieving a 
shallow front P'N junction (doped with slower diffusing boron). 

0551 0: 17  
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Several  experiments were c a r r i e d  ou t  w i th  P-type web. 
f r o n t  j u n c t i o n  ( -0 .3  um), t h e  d i f f u s i o n  was c a r r i e d  o u t  a t  -860°C and 

thus t h e  back j u n c t i o n  (boron doped) was ext remely shal low r e s u l t i n g  i n  a 

poorer  back surface f i e l d .  

r e s i s t i v i t y  ma te r ia l ,  reasonable c e l l  performance cou ld  be achieved. 

To r e t a i n  t h e  sha l low 

However, i t  was pos tu la ted  t h a t  by us ing  lower  

C e l l  da ta  f rom one o f  these runs i s  inc luded i n  row 4 o f  Table 5. As can be 

seen, t h e  P-base c e l l s  e x h i b i t e d  a low average Voc (480 mV) and Jsc (26 

mA/cm ) .  The f i l l  f a c t o r  va r ied  f rom 0.40-0.60, and t h e  e f f i c i e n c i e s  va r ied  

f rom 5% t o  8%. 

2 

Dark I V  measurements were made f o r  two se lec ted  P-base, s imul taneously  

d i f f u s e d  c e l l s .  These data showed t h a t  bo th  c e l l s  had e x c e l l e n t  shunt 
2 res is tances  - i n  excess o f  100 kRcm . However, t h e  s e r i e s  res i s tance  o f  

t h e  c e l l s  was 60 Rcrn and 73 Rcrn respec t i ve l y .  Such a l a r g e  se r ies  

res i s tance  would reduce Jsc t o  n e a r l y  zero. 

2 2 

To determine i f  t h e  l a r g e  measured res i s tance  might  be due t o  a Schottkey 

b a r r i e r  on t h e  back sur face,  a p o r t i o n  o f  t h e  back m e t a l l i z a t i o n  was removed 

and a Ga-In contact  app l i ed  t o  severa l  c e l l s .  

known t o  make ohmic con tac t  t o  h igh  r e s i s t i v i t y  P-type ma te r ia l . )  

t rea tment  increased t h e  Voc by 20 mV and increased t h e  e f f i c i e n c y  by 1%. 

(The Ga-In e u t e c t i c  a l l o y  1s 

This  

The same e f f e c t  was noted when t h e  back sur face  o f  o t h e r  c e l l s  was damaged by 

sandblast ing.  

w i t h  about a 1% absolute e f f i c i e n c y  increase.  

The Voc o f  t h e  sandblasted c e l l s  a l s o  increased by 20-30 mV 

Data f rom P-type c e l l s  showed t h a t  t he re  was no cross doping under these 

d i f f u s i o n  cond i t ions  employed; however, t h e  boron doped j u n c t i o n  was q u i t e  

shal low and the  m e t a l l i z a t i o n  formed a Schottkey b a r r i e r  on t h e  back surface. 

The b a r r i e r  caused a h igh  se r ies  res is tance.  

2 . 2 . 4  Sequent ia l  D i f f u s i o n  o f  N-Type Web 

The major  t h r u s t  o f  t h e  program was t o  show t h e  f e a s i b i l i t y  of simultaneous 

d i f f u s i o n  i n  N-type web. However, i t  was necessary t o  e s t a b l i s h  a base l ine  

05510:18 

20 



cond i t i on ,  e x h i b i t i n g  t h a t  h igh  e f f i c i e n c y  c e l l s  cou ld  be obta ined on N-type 
web us ing  a sequent ia l  process. Several such processing runs were made 

f o l l o w i n g  t h e  d i f f u s i o n  procedure i n  Table 6. E f f i c i e n c y  data f rom these 

c e l l s ,  a l s o  shown i n  Table 6, i n d i c a t e  t h a t  c e l l s  can be produced on N-type 

web w i th  e f f i c i e n c i e s  comparable t o  those achieved on P-type web, i .e . ,  

average e f f i c i e n c i e s  g r e a t e r  than 13% when cross contaminat ion 1 s  c o n t r o l l e d  

2.2.5 Simultaneous D i f f u s i o n  Using a B e l t  Furnace 

One o b j e c t i v e  o f  t h e  program was t o  show t h e  f e a s i b i l i t y  o f  c a r r y i n g  o u t  t h e  

simultaneous d i f f u s i o n s  i n  a b e l t  furnace. To accomplish t h i s ,  a t e s t  was 

made a t  Radiant Technology Corporation, C e r r i t o s ,  C a l i f o r n i a ,  us ing  an IR 
heated b e l t  furnace i n  which t h e  d i f f u s i o n  gaseous ambient was c o n t r o l l e d  t o  

severa l  p a r t s  pe r  m i l l i o n .  H r .  Paul Alexander, JPL c o n t r a c t  monitor,  a s s i s t e d  

i n  t h i s  t e s t .  

For t h e  b e l t  furnace experiment, t he  web s t r i p s  were p r e - d i f f u s i o n  cleaned a t  

t h e  Westinghouse f a c i l i t y  i n  P i t tsburgh,  Pennsylvania, and then packed t o  

minimize contaminat ion be fo re  the  tes t .  A t  Radiant Technology Corporat ion,  

t h e  l i q u i d  dopants (Phosphorus, (PX10) and Boron, (B120 and B150) f rom A l l i e d  

Chemical Corporat ion)  were app l i ed  using a sponge-squeegee. The s t r i p s  were  
pre-baked a t  200°C a f t e r  an a i r  d ry .  The s t r i p s  were placed on a quar t z  boat 

f o r  c a r r y i n g  through t h e  furnace. 

The major r e s u l t s  o f  t h i s  t e s t  were as f o l l o w s :  

1. The proper  d i f f u s i o n  temperature (960°C) was obta ined f o r  19 minutes w i t h  

b e l t  moving a t  7 cm/min (s lowest  speed). 

2. Although t h e  c o o l i n g  r a t e  was f a s t e r  than des i red  (46"C/min between 960OC 

and 72OoC) ,  i t  was determined tha t  t h i s  could be adjusted w i t h  an 

a d d i t i o n a l  zone on t h e  furnace. 

3. No web s t r i p  breakage was noted. 
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1. F i r s t  D i f f u s i o n  - 

2 .  Second D i f f u s i o n  - 

TABLE 6 

SEQUENTIAL DIFFUSION OF N-TYPE WEB 

3. C e l l  E f f i c i e n c y  Range - 

4. Average E f f i c i e n c y  - 

Back j u n c t i o n  using PXlO w i t h  U1A mask on f r o n t  
sur face.  

Xj = 0.6 - 0.8 vm 
D i f f u s e d  a t  95OOC - 20 min i n  N2. 

Front  j u n c t i o n  using 8150 w i t h  U1A mask on back 

surface.  

Xj = 0.2 - 0.3 um 
D i f f u s e d  a t  95OoC/20 min i n  N2 

2 
11.0% - 14.5% on 19.8  cm c e l l  - 50 c e l l s  

13.2% 
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4. The d i f f u s i o n  glasses were s t r i pped  a f t e r  a 30 hour de lay  d u r i n g  which t h e  

d i f f u s e d  s t r i p s  were returned t o  P i t t sbu rgh .  

bo th  f r o n t  and back surfaces o f  the web s t r i p s .  

t h e  excessive t ime  l a g  between d i f f u s i o n  and s t r i p p i n g .  

Some s t a i n i n g  was noted on 

S t a i n i n g  was caused by 

5. Sheet R e s i s t i v i t y  Measurements 

Back sur face (PX10 as N+ dopant) - A l l  s t r i p s  i n  8-12WO range 

as des i red.  A l l  s t r i p s  N type. 

F ron t  sur face (8120 as P+ dopant) - About h a l f  t h e  s t r i p s  had low 

sheet r e s i s t i v i t i e s  (5-10Q/O) and a m i x t u r e  o f  N and P t y p e  

c o n d u c t i v i t y .  

(>lKR/O) and had mixed N and P t ype  c o n d u c t i v i t y .  

The remainder o f  t h e  s t r i p s  had h i g h  sheet r e s i s t i v i t y  

F ron t  (B150 as P+ dopant) - A l l  s t r i p s  were i n  t h e  45-6OR/O 

range (as des i red ) .  

some s t r i p s  having spots o f  N-type c o n d u c t i v i t y .  

They were g e n e r a l l y  o f  P-type c o n d u c t i v i t y  w i t h  b 

6. On f a b r i c a t e d  c e l l s ,  t h e  AR coat ing and p l a t i n g  was g e n e r a l l y  i r r e g u l a r  

ma in l y  due t o  t h e  s t a i n s  noted above. 

7 .  The c e l l  I V  parameters were poor w i t h  t h e  maximum c e l l  e f f i c i e n c y  being 3%. 

A f t e r  f a b r i c a t i o n  and t e s t i n g ,  t h e  metal was s t r i p p e d  o f f  t h r e e  c e l l s ;  and t h e  

sheet r e s i s t i v i t y  and c o n d u c t i v i t y  was mapped on t h e  f r o n t  and back surfaces. 

The back sur face o f  a l l  c e l l s  was found t o  be N-type w i t h  a sheet r e s i s t i v i t y  

o f  8-12WO as p r e v i o u s l y  measured. 

r e s i s t i v i t i e s  g e n e r a l l y  i n  t h e  45-55R/0 range, b u t  t h e  sur face a l s o  showed 

smal l  areas o f  N-type c o n d u c t i v i t y .  The sheet r e s i s t i v i t y  o f  these small  

areas was i n  t h e  10-2OWO range. 

The f r o n t  sur faces had sheet 

Dark I V  and spreading res i s tance  measurements were made on severa l  c e l l s .  

c e l l s  a l l  had low shunt res is tances o f  l e s s  than 5 ohm-cm . Due t o  t h i s  low 

shunt, t h e  o the r  dark I V  parameters such as s a t u r a t i o n  c u r r e n t  and c a r r i e r  

l i f e t i m e  were n o t  measurable. 

t h a t  shown i n  F igures 1 and 2. 
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From t h i s  b e l t  furnace t e s t s ,  i t  has been concluded: 

1. A b e l t  furnace can be used t o  perform simultaneous d i f f u s i o n s  and achieve 

j u n c t i o n  depths i n  t h e  proper range. 

2. The same contamination problem encountered i n  the  d i f f u s i o n  furnace 

experiments and discussed p r e v i o u s l y  i n  t h i s  r e p o r t  i s  present  us ing  a 

b e l t  furnace f o r  dopant d r i v e .  

2.2.6 Conclusions - Simultaneous D i f f u s i o n s  Standard Time/Temperature Cycle 

Based on data presented i n  t h i s  s e c t i o n  i t  was obvious t h a t  simultaneous 

d i f f u s i o n  i s  not  f e a s i b l e  us ing  a standard d i f f u s i o n  c o n d i t i o n s  and the l i q u i d  

dopants sources. Therefore, d u r i n g  t h e  remainder o f  t h e  program two new 
techniques were i n v e s t i g a t e d  - l a s e r  d r i v e - i n  and f l a s h  d i f f u s i o n .  

2:3 Laser Dr ive- In  f o r  Simultaneous D i f f u s i o n  

2.3.1 Background 

I n  an at tempt  t o  e l i m i n a t e  cross-contaminat ion d u r i n g  simultaneous d i f f u s i o n ,  

a l a s e r  was used t o  d r i v e  t h e  l i q u i d  dopants i n t o  t h e  d e n d r i t i c  web s i l i c o n  

sheet m a t e r i a l .  I n  t h i s  technique, t h e  sur face o f  t h e  web i s  melted ( l e s s  

than 1 vm deep) by a pulsed l a s e r .  Th is  l o c a l  m e l t i n g  should d r i v e  i n  the 
dopant w i t h  minimal o p p o r t u n i t y  t o  contaminate t h e  o t h e r  j u n c t i o n .  

2.3.2 Experimental Resul ts,  I n i t i a l  Test 

The i n i t i a l  t e s t  was c a r r i e d  ou t  a t  Spectro-Technology i n  Bel levue, 

Washington. An excimer l a s e r  w i t h  a pu l se  l e n g t h  o f  25 nsec and a wavelength 

o f  3080 h was used. The web was h e l d  on a t a b l e  which was inc remen ta l l y  moved 

i n  an x-y motion under t h e  pulsed l a s e r  so t h a t  t h e  e n t i r e  sur face o f  t he  web 

was t r e a t e d .  

The l a s e r  spot  s i ze ,  t h e  t a b l e  speed, and t h e  t a b l e  incremental  mot ion were 

c o n t r o l l e d  so t h a t  va ry ing  amounts o f  power were a p p l i e d  t o  t h e  sur face o f  t h e  

web. Power l e v e l s  o f  1 t o  2 J/cm were used. 2 
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Table 7 l i s t s  t h e  experiments c a r r i e d  ou t .  The f o l l o w i n g  general comments can 

be made: 

Approximately 4 minutes were requ i red  t o  process one s ide  o f  a 
3 cm x 1 2  cm s t r i p  o f  web. 

Web surfaces were d i sco lo red  and s p o t t y  a f t e r  t h e  phosphorus 
d r i v e .  

Web surfaces were  q u i t e  clean a f t e r  t h e  boron and aluminum 
d r i v e .  

The l a s e r  lenses had t o  be cleaned a f t e r  each phosphorus t e s t  
t o  remove I'oi l y "  d rop le ts .  

A l l  surfaces showed t h e  e f f e c t s  o f  t h e  l a s e r  hea t ing  
( f o o t p r i n t  o f  spot )  t o  a greater  o r  l e s s e r  degree - g e n e r a l l y  
noted as sur face roughness (see F igu re  3 ) .  

Due t o  t h e  number o f  r a s t e r  l i nes / i nch ,  t a b l e  speed, and rep 
r a t e ,  each p o r t i o n  o f  t he  web was heated by t h e  l a s e r  4 t imes. 

The samples were prepared by coa t ing  each s i d e  o f  t h e  cleaned web p iece  

( 3  cm x 12 cm) w i t h  t h e  dopant noted i n  Table 7. The samples were heated t o  

400°C f o r  1 5  minutes t o  remove excess s o l v e n t  and form a doped g lass.  

d i f f u s i o n  masks were used t o  cap t h e  doped g lass.  

glasses were hard and dry .  However, be fo re  t h e  l a s e r  t e s t ,  t h e  phosphorus 

g lass (be ing  h i g h l y  hygroscopic)  took on a s l i g h t l y  o i l y  appearance. This  i s  

what caused t h e  d e p o s i t i o n  on the  lenses, noted above. 

No 

A f t e r  dry ing,  t h e  dopant 

Dur ing t h e  l a s e r  d r i v e  t e s t ,  t h e  t w o  s ides o f  t h e  web were heated 

s e q u e n t i a l l y .  However, i f  t h i s  technique were t o  be used f o r  product ion,  i t  

would be r e l a t . i v e l y  simple t o  use t w o  l a s e r s  t o  heat t h e  two surfaces o f  t h e  

web simultaneously.  

The j u n c t i o n  depths o f  several  o f  the samples were measured us ing t h e  

spreading r e s i s t i v i t y  technique. 

back (P'P) j u n c t i o n s  f o r  sample 498 which was a P-type web w i t h  a phosphorus 

doped f r o n t  j u n c t i o n  and a boron doped back j u n c t i o n .  

Figures 4 and 5 show t h e  f r o n t  (N'P) and 
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Sample 17B, P-Base Web, Phosphorus Emitter 1.15 J/cm 2 
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Sample 17B, P-Base Web, Boron BSF 1.15 J/cm 2 
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F i g u r e  3.  Photomicrographs o f  Sample 178  Surfaces After  Laser 
D r i v e  o f  Phosphorus and Boron 
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n+p FRONT JUNCTION BY LASER DRIVE-IN 
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N+P Front Junct ion P r o f i l e  Measured After  Laser D r i v e  on 
Sample 498 
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p+p BACK JUNCTION B Y  LASER DRIVE-IN 
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P+P Back Junct ion P r o f i l e  Measured A f t e r  Laser D r i v e  on 
Sample 498 
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The f ront  j u n c t i o n  w i t h  a surface concentration of lo1’ and 0.25 pm depth 
i s  nearly ideal f o r  a s o l a r  c e l l .  The low surface concentration w i l l  reduce 
the  surface recombination velocity of the  c a r r i e r s  without an excessively h i g h  

sheet r e s i s t i v i t y .  The data f o r  the  P+ surface indicate  a poor back surface 
junction. From a l l  indicat ions,  the  boron diffused only s l i g h t l y  i n t o  the  web 
w i t h  a very low surface concentration. 

S i x  of the samples l i s t e d  i n  Table 7 were fabricated i n t o  s o l a r  c e l l s  u s i n g  
the  Westinghouse baseline process sequence. 
samples a r e  g iven  i n  Table 8. 

Cell data from four  of t h e  

The two P-type c e l l s  show the  e f f e c t  of the shallow boron doped back 
junction. 
a h i g h  s e r i e s  resistance.  
current density seen i n  the  t a b l e .  
not acting as  a back surface f i e l d ,  the  open c i r c u i t  voltage i s  low, as  shown. 

The shallow back surface produces a very h i g h  sheet r e s i s t i v i t y  and 
These e f f e c t s  produce the low f i l l  f a c t o r  and 

In addi t ion,  s ince the  back junction i s  

The N-type c e l l s  a l s o  show the e f f e c t  of t h e  poor boron diffusion.  
case,  the emitter junction i s  not operable, and the  c e l l s  show e s s e n t i a l l y  no 
conversion properties.  

In th i s  

After the i n i t i a l  c e l l  fabr icat ion t e s t ,  several additional l a s e r  processed 
samples were h e a t  t reated a t  800°C f o r  1 hour i n  nitrogen and then fabricated 
i n t o  c e l l s .  
surface s t resses .  (Any higher temperature processing would tend t o  dr ive the  
dopants fur ther  i n t o  the c r y s t a l . )  
Conclusions cannot be drawn from only two data points ,  b u t  there  i s  no obvious 
improvement i n  c e l i  qua l i ty .  

This procedure was carr ied out i n  an attempt t o  re l ieve  any 

Table 9 shows IV data from two c e l l s .  

To obtain a control sample, c e l l s  from the  same web c r y s t a l s  on w h i c h  the  
l a s e r  processed c e l l s  were fabricated,  were processed using the  Westinghouse 
baseline process i n c l u d i n g  sequential diffusion of l iquid applied boron 
dopants and liquid applied phosphorus dopants, as  well as a l i q u i d  applied 
Si02  diffusion mask. 



TABLE 8 

DATA FROM CELLS FABRICATED USING AN EXCIMER LASER TO FORM THE JUNCTIONS 

I V  P r o p e r t i e s  

Web C o n d u c t i v i t y  Dopants mA 
C e l l  I D  Type - -  Front  Back Voc(V) Jsc n(X) 

148 

506 
638 

9A 

P P 8 .so0 25  .-4 .66 8.5  

P P B .524 24 .9  .60  8.0 
N 8 P .OB0 1 5 . 6  .27  0 . 3  

N B P .041 5 . 2  .33 - 

2 Tested a t  AM-1, 100 m / c m  , AR coated. 

05840:8 
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TABLE 9 

CELL PROPERTIES MEASURED AFTER HEAT TREATMENT 

OF LASER PROCESSED CELLS 

I V  P r o p e r t i e s  
mA 

Web C o n d u c t i v i t y  Dopants 
Ce l l  I D  Type - -  F r o n t  Back Voc(V) Jsc c d  rl[x) 

1 7 8  P P B .317 

1 2 8  N A1 P .002 

NOTES: 

1 .  

2 .  T e s t e d  a t  AM-1, 100 m/cm , AR c o a t e d .  

C e l l s  annealed a t  800°C f o r  1 hr .  i n  N2 
2 

05840:  9 
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In the control sample t e s t ,  the  s i x  P-base c e l l s  had e f f ic ienc ies  between 
13.0-14.5% w i t h  an average efficiency of 13.6%. The six N-base c e l l s  had 
e f f i c i e n c i e s  between 12.0% and 13.8% w i t h  an average eff ic iency of 13.5%. 

These data ver i fy  t h a t  the web material used i n  the t e s t  was capable of 
producing h i g h  eff ic iency c e l l s .  

In a l l  c e l l s  discussed i n  t h i s  section, there  was no junction contamination 
problem noted. That i s ,  none of the  phosphorus cross-doped the  boron s ide.  

T h i s  was checked by conductivity probing t h e  surface of the'web. 

T h i s  i n i t i a l  t e s t  indicated t h a t  phosphorus can be diffused i n t o  dendr i t ic  
s i l i c o n  web w i t h  a l a s e r  power of 1-2 Joules/cm . T h i s  phosphorus doped 
junction i s  of h i g h  qua l i ty  and sui table  f o r  s o l a r  c e l l  application.The A 1  and 
B doped junctions,  however, were poor and were not su i tab le  as a BSF i n  P-type 
material  o r  as  an emit ter  i n  N-type material .  

2 

2.3.3 Subsequent Laser Drive Experimental Results 

A subcontract was arranged w i t h  Spectro-Technology and a t o t a l  of t h r e e  s e t s  
of samples were processed. 
e f f e c t s  o f  variat ions i n :  

The purpose of  these experiments was t o  study the  

Laser power 
Spot s i z e  
Type of l i q u i d  dopant 
Double l a s e r  processing of boron doped s ide  

In these sample s e t s  there  were a l so  web pieces w i t h  a boron diffused junction 
f o r  l a s e r  processing o f  a phosphorus doped junction. 
t h e  web c r y s t a l s  which were l a s e r  processed were a l s o  processed u s i n g  the  
Westinghouse baseline sequence so i t  was possible t o  cor re la te  the parameters 
of c e l l s  produced by the  laser  d r i v e - i n  w i t h  the  baseline process. 

In addition, par t s  o f  

Table 10 shows the ranges of the various parameters used i n  processing these 
web s t r i p s .  

33 
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TABLE 10 

RANGE PARAMETERS - LASER D R I V E  I N  TESTS 

2 

2 
Laser Power (Back) - 1.0-2.5 J/cm 

Laser Power (Back) - 1.0-2.0 J/cm 

Dopants ( N  Type) - PX-10 - A l l i e d  Chemical Corp. 

P-1 00 - A l l i e d  Chemical Corp. 

Kwik-Kure - Owens- I l l i no i s  Co. 

Laser Spot S i z e  - 0.7-1.0 

Dopants ( P  Type) - 6-150 

8-60 A l l i e d  Chemical Corp. 

A1 -1 0 

Web Conduc t i v i t y  - 90% P-Type - 10% N-Type 

05840:lO 
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As i n  t h e  i n i t i a l  experiments, i t  was noted t h a t  both phosphorus dopants 

caused problems i n  t h a t  d r o p l e t s  o f  an o i l y  substance would d e p o s i t  on t h e  

l a s e r  l ens  and reduce t h e  power i n p u t  t o  t h e  s t r i p  du r ing  t h e  process ing o f  

t h e  s t r i p .  

hygroscopic b u t  was a l s o  noted w i t h  the P l O O .  

The problem was worst  w i t h  t h e  PX-10 dopant which i s  h i g h l y  

When t h e  samples were  re turned t o  AESD f o r  processing, a s e r i e s  o f  

measurements w e r e  made i n c l u d i n g  c o n d u c t i v i t y  (bo th  s ides) ,  sheet r e s i s t i v i t y  

(bo th  s ides )  and t h e  f r o n t  and back j u n c t i o n  depth on rep resen ta t i ve  samples. 

The sheet r e s i s t i v i t i e s  on t h e  l a s e r  processed c e l l s ,  as measured on t h e  back 

(Pc) surface, were u n i f o r m l y  high, f r o m  300 R/O. 
samples had a normal 50 R/O sheet r e s i s t i v i t y . )  The sheet r e s i s t i v i t y  d i d  

n o t  change w i t h  annealing. 

(The boron d i f f u s e d  

The P+P j u n c t i o n  depth was measured on two samples w i t h  a back su r face  

dopant source o f  6150 by spreading res is tance.  

85OOC f o r  1 hour and an unannealed sample showed e s s e n t i a l l y  no j u n c t i o n  w i t h  

a u n i f o r m  boron concentrat ion o f  1-2 x 1015 atoms/cm . 
r e s i s t i v i t y  t r a c e  was taken a t  t h ree  d i f f e r e n t  p o s i t i o n s  on t h e  beveled 

sur face o f  t h e  c r y s t a l  so t h a t  d i f f e r e n t  areas o f  t h e  l a s e r  f o o t p r i n t  could be 

scanned. There was no change i n  t h e  p r o f i l e  w i t h  p o s i t i o n .  The same r e s u l t s  

were obta ined on a sample which had B60 as t h e  back sur face dopant source. 

The samples w i t h  t h e  t h i n n e r  l a y e r  of t h e  8150 dopant source and those samples 

which were processed t w i c e  showed the same sheet r e s i s t i v i t i e s  as a l l  t h e  

o t h e r  samples processed w i t h  t h e  boron back sur face dopant. 

Both a sample annealed a t  

3 The spreading 

The sheet r e s i s t i v i t y  o f  t h e  f r o n t  (N') sur face o f  t h e  s t r i p s  was a l s o  high, 

w i t h  values ranging f rom 200 R/O t o  1 K WO. Spreading res i s tance  on 

a sample which had P l O O  as t h e  dopant source showed an apparent j u n c t i o n  depth 

o f  0.1 pm w i t h  a sur face concentrat ion o f  1-2 x 10 /cm . As w i t h  t h e  

back surface, t h e  p r o f i l e  was. obtained a t  t h r e e  p o s i t i o n s  along w i t h  beveled 

sur face.  The p r o f i l e s  were taken about 1.5 mm apar t .  I n  t h i s  case, t h e  

p r o f i l e s  d i d  vary s i g n i f i c a n t l y .  Figure 6 shows t h i s  data. This  

non-uni formi ty  may be caused by varying thicknesses o f  t h e  dopant source o r  

inhomogeneit ies of t h e  l a s e r  power. 

18 3 

I n  any case, t h i s  non-uni formi ty  would be 
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SPREADING RESISTANCE PROFILES OF 
n+p JUNCTION TAKEN 1.5mm APART 

Note: Profiles measured at 
three different positions 
along beveled surface. 

0 0.1 0.2 0.3 0.4 0.5 
DISTANCE INTO CELL (pm) 

P V86O4U2.2 

Figure 6. Spreading Resistance Profiles of N+P Junction Taken 1.5 mn Apart 
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d e l e t e r i o u s  t o  t h e  c e l l  p r o p e r t i e s .  

j u n c t i o n  depth w i t h  a h ighe r  sur face concentrat ion i s  d e s i r a b l e  f o r  h i g h  

e f f i c i e n c y  c e l l s .  

As noted e a r l i e r ,  a somewhat deeper '  

Several s t r i p s  f rom Groups 2 and 4 where t h e r e  was no f r o n t  sur face processing 

were d i f f u s e d  i n  a standard phosphorus (P0Cl3) process t o  o b t a i n  a d i f f u s e d  

N'P j u n c t i o n  coupled w i t h  t h e  l a s e r  processed P'P back j u n c t i o n .  

sheet r e s i s t i v i t i e s  and spreading res is tance p r o f i l e  o f  t h e  f r o n t  j u n c t i o n  o f  

these d i f f u s e d  s t r i p s  were i n  t h e  normal range. 

The 

A f t e r  j u n c t i o n  d r i v e  and a f t e r  several anneal ing cyc les c e l l s  were f a b r i c a t e d  

on t h e  s t r i p s .  L igh ted  I V  parameters o f  se lected c e l l s  a r e  shown i n  Table 

11. Samples 68-1 and 69-1 had a back d i f f u s e d  j u n c t i o n  w i t h  a f r o n t  j u n c t i o n  

l a s e r  processed. These c e l l s  had e f f i c i e n c i e s  n e a r l y  equal t o  t h e  base l i ne  

c e l l ,  and considerably  h ighe r  than c e l l s  from any o t h e r  process v a r i a t i o n .  

C e l l  51-1 had a P0Cl3 d i f f u s e d  j u n c t i o n  and a l a s e r  d r i v e n  back junct ion,+ 

and a l though t h e  e f f i c i e n c y  was higher than t h e  t o t a l l y  l a s e r  processed c e l l s ,  

i t  was unacceptably low. 

were l a s e r  processed had e f f i c i e n c i e s  i n  t h e  1-8% range. 

11-2, t h e r e  was some improvement due t o  annealing. 

The remainder o f  t h e  c e l l s  i n  which both j u n c t i o n s  

I n  one case, c e l l  

Table 12 shows dark I V  data measured on f o u r  se 

h i g h  s e r i e s  res i s tance  (2.9 S2 cm ) i n d i c a t i n g  a 

e i t h e r  t h e  e m i t t e r  o r  t h e  back surface, o r  both 

were s l i g h t l y  h i g h  compared t o  t h e  normal 0.5 R 
res is tances were a l l  s a t i s f a c t o r y  although 68-1 

s ide. 

2 
ected c e l l s . C e l 1  9-1 had a 

h i g h  sheet res i s tance  f rom 

cm . The shunt 

a t  100 R cm i s  on t h e  low 

The o t h e r  s e r i e s  res is tances 
2 

2 

2 C e l l  12-3 had a h i g h  Jol o f  1.5 x 
b u l k  d i f f u s i o n  length.  This  h igh  JO1 was probably due t o  a poor e m i t t e r  which 

a f f e c t s  both JO1 and 502. 

t h a t  t h e  N'P e m i t t e r  j u n c t i o n  i s  c o n t r o l l i n g  t h e  c e l l  q u a l i t y .  

A/cm i n  s p i t e  o f  a reasonable 

A l l  o f  the c e l l s  showed h i g h  Jo2 which i n d i c a t e  

C e l l s  9-1 and 11-1 show no b e n e f i c i a l  e f f e c t  f rom annealings. 
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Table 1 3  g ives f u r t h e r  processing data and l i g h t e d  I V  r e s u l t s  f rom 

rep resen ta t i ve  c e l l s  where the  processing inc luded anneal ing and a back 

sur face damage treatment.  

The samples w i t h  t h e  A1 doped back were poor when no anneal ing was performed. 

There was apparent ly  l i t t l e ,  i f  any A1 d r i v e n  i n t o  t h e  web c r y s t a l  as 

i n d i c a t e d  by t h e  h igh  sheet r e s i s t i v i t y .  

res i s tance  measurements which i nd i ca ted  no apprec iab le j u n c t i o n .  

This  was confirmed by spreading 

When these samples were annealed, the c h a r a c t e r i s t i c s  improved somewhat w i t h  a 

maximum e f f i c i e n c y  of 7.8% being achieved a f t e r  a 700°C anneal. When t h e  back 

sur face was damaged by sandblast ing before t h e  anneal, t he  e f f i c i e n c y  

increased t o  9.2%. 

associated w i t h  t h e  back sur face o f  these c e l l s .  The c e l l s  w i t h  the boron 

doped back j u n c t i o n s  showed somewhat b e t t e r  p roper t i es ,  a l though t h e  sheet 

r e s i s t a n c e  was s t i l l  h igh.  The maximum e f f i c i e n c y  o f  9.5% (annealed sample) 

i s  more than 4% absolute lower than the e f f i c i e n c y  o f  basel ine c e l l s  on t h e  

same web c r y s t a l .  

c e l l s  by anneal ing a t  600°C f o r  1 hour i n  N2.  

and unannealed c e l l s  had a h i g h  ser ies res is tance,  due t o  t h e  l a c k  o f  boron 

p e n e t r a t i o n  i n t o  t h e  c r y s t a l .  

This i s  a f u r t h e r  i n d i c a t i o n  o f  a h igh  se r ies  r e s i s t a n c e  

The e f f i c i e n c y  was a l s o  increased on two o f  t h e  sample 

However, both t h e  annealed 

As i n  t h e  A1 doped samples, t h e  e f f i c i e n c y  was f u r t h e r  increased t o  a maximum 

o f  10.4% when t h e  back sur face was damaged before annealing. 

The conclus ion drawn from these data and from prev ious data i s  t h a t  l a s e r  

process ing as c a r r i e d  ou t  i n  these t e s t s  d i d  n o t  form a s u i t a b l e  back 

j u n c t i o n .  The surface concentrat ions f o r  t h e  P'P j u n c t i o n s  a r e  u n i f o r m l y  

low. This  r e s u l t s  i n  a h igh  se r ies  res i s tance  back contact  and c e l l s  w i t h  low 

e f f i c i e n c y .  The f r o n t  contact ,  phosphorous doped however, appears t o  be q u i t e  

s u i t a b l e  f o r  s o l a r  c e l l  a p p l i c a t i o n .  

This  conclus ion i s  confirmed by t h e  dark I V  data shown i n  Table 14. 

i s  f o r  t h r e e  o f  t h e  c e l l s  l i s t e d  p rev ious l y  i n  Table 13. 

This  data 
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The s e r i e s  res is tance of Cells 42-1 and 42-1 i s  h i g h  and a res is tance of t h i s  
magnitude would reduce the f i l l  factor  and c e l l  eff ic iency.  Cell 63-2 has an 
acceptable s e r i e s  res is tance,  b u t  a low eff ic iency,  probably due t o  an 
inef fec t ive  back surface f i e l d .  

2.3.4 Conclusion 

From t h e  excimer l a s e r  processing experiments conducted on th i s  program, the 
following i s  concluded: 

1 .  There is  no cross-contamination of dopants when t h e  f r o n t  and back 
junctions a r e  fabr icated by laser  processing. 

2 .  Both BSF and emit ter  junctions formed by d r i v i n g  i n  phosphorus have the 
depth and surface concentration required f o r  s o l a r  c e l l s .  

3 .  Junctions formed by d r i v i n g  e i ther  boron o r  aluminum a r e  extremely shallow 
(<0.05pm) and have a low surface concentration. These junctions a r e  
unsuitable f o r  use as e i t h e r  a BSF o r  an emit ter  junction. 

4. Annealing of t h e  l a s e r  fabricated s t ruc tures  improves c e l l  qua l i ty  
s l i g h t l y ,  although the  maximum values of eff ic iency obtained a r e  only 
60-70% of baseline c e l l  efficiency. 

5 .  Damaging the back surface t o  assure a low resis tance contact increases the 
l a s e r  processed c e l l  eff ic iency.  However, as  w i t h  annealing t h e  maximum 
eff ic iency i s  s t i l l  lower than baseline c e l l  eff ic iency.  

2.4 Junction Formation by Pulsed Directed Heating (Flash Diffusion) 

2.4.1 Introduc t i on 

A novel method of simultaneous junction formation was devised and experiments 
car r ied  out under Mod-1 and Mod-2 of th i s  contract .  In th i s  technique the  
dopants were applied t o  both s ides  of t h e  web s t r i p ,  dr ied,  and then subjected 
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t o  a s h o r t  term-high temperature heat pu l se  t o  d i f f u s e  i n  both j u n c t i o n s  

s imultaneously.  I n  t h e  s tud ies  ca r r i ed  o u t  i n  t h i s  program, t h e  heat pu lse 

was supp l i ed  by tungsten-halogen f l a s h  lamps. Web m a t e r i a l  o f  bo th  P and 

N-type c o n d u c t i v i t y  o f  var ious r e s i s t i v i t i e s  was used i n  these experiments. 

F igu re  7 shows a t y p i c a l  heat pu lse cyc le  o f  1100°C f o r  1 5  sec. 

was supp l i ed  by AG Associates, Palo A l t o  CA, where these experiments were 

c a r r i e d  out .  

Th is  curve 

There a r e  several  d i s t i n c t  advantages t o  t h e  heat pu l se  technique. F i r s t ,  t h e  

j u n c t i o n  format ion i s  rap id ,  t a k i n g  less than 1% o f  t h e  normal t ime.  This 

reduces processing t i m e  and energy costs. Second, both j u n c t i o n s  can be 

d i f f u s e d  simultaneously;  and due t o  the s h o r t  t ime p e r i o d  t h a t  t h e  S i  i s  a t  a 

h i g h  temperature, cross-contamination o f  t h e  dopants should n o t  occur. 

2.4.2 Experimental Resul ts 

A l l  da ta  repor ted here was obtained from web s t r i p s  i n  which t h e  d i f f u s i o n s  

were c a r r i e d  ou t  a t  AG Associates i n  Palo A l to ,  CA. 

Table 1 5  shows rep resen ta t i ve  r e s u l t s  o f  c o n d u c t i v i t y  and sheet r e s i s t i v i t y  

measurements on P and N base d e n d r i t i c  web simultaneously d i f f u s e d  us ing t h e  

f l a s h  d i f f u s i o n  method. I n  t h e  case o f  t h e  P-type m a t e r i a l ,  the sheet 

r e s i s t i v i t y  o f  t h e  f r o n t  sur face (phosphorus doped) i s  cons iderably  lower than 

t h e  60WO s p e c i f i e d  f o r  t h e  basel ine sequence, w h i l e  t h e  back sheet 

r e s i s t i v i t y  i s  s l i g h t l y  h igh.  

d i f f u s e s  n e a r l y  a h a l f  an o rde r  o f  magnitude f a s t e r  than boron a t  1100°C. 

This would be expected s ince phosphorus 

F igures 8 and 9 show t h e  N'P f r o n t  and P'P back j u n c t i o n s  f o r  sample #16. 

The j u n c t i o n  depths of 0.15 vm and O.lOvm f o r  t h e  N+P f r o n t  and t h e  

P'P back j u n c t i o n s  a re  i n  f a i r  agreement w i t h  the  depths c a l c u l a t e d  f o r  a 15 

sec. - 1100°C d i f f u s i o n .  The surface concentrat ions ( 7  x 10 /cm f o r  t h e  
20 3 N+ su r face  and 2 x 10 /cm f o r  t h e  P+ sur face)  a r e  h i g h e r  than those 

obta ined us ing  the  base l i ne  d i f f u s i o n  process. 

ve ry  s h o r t  d i f f u s i o n  t ime. Somewhat lower concentrat ions a re  p r e f e r r e d  f o r  

h i g h  e f f i c i e n c y  c e l l s .  

20 3 

This  may be an e f f e c t  o f  t h e  
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TABLE 15 

Samp 1 e 

16  

19 

20 

25 

81 -1 

84-2 

88-1 

NOTES: 1 .  

2 .  

05840 : 1 1 

RESULTS OF CONDUCTIVITY AND SHEET RESISTIVITY MEASUREMENTS 

MADE ON FLASH DIFFUSED JUNCTIONS 

C o n d u c t i v i t y  Sheet R e s i s t i v i t y  ( W U )  
Front  Back Front  Back 

P BASE CELLS 

N BASE CELLS 

16 

24 

27 

27 

60 

55  

50 

63 

62 

80 

80 

1 8  

1 3  

15 

The j u n c t i o n s  were d i f f u s e d  simultaneously.  
There was no evidence o f  any cross-contamination as measured by 

c o n d u c t i v i t y  probing.  



I I I I I I 

P78 

0 
0 

.77 pm 

-L ..o x 1 d 0 / c m 3  

0 
0 

0 

0 

0 

0 

0 

0 

0 

DISTANCE INTO CELL (pml 
P V860402-9 

Figure 8 .  
05840: 32 

Front N+P Junction Formed by Short Time-High Temperature D i f fus ion  

47 



I 1 1 1 1 

&-.* 
8 

0 

0 

0 

8 

0 

0 

P78 

Xi = 0.25 pm 
P+P 

3 c, = 1.3 x 1020'cm 
- 

8 

0 

8 

8 

8 

8 

0 0.1 0.2 0.3 0.4 0.5 0.6 

PV860102- 10 
DISTANCE INTO CELL (pm) 

Figure 9 .  Back P+P Junction Formed by Short Time-High Temperature Dif fusion 
05840: 33 

48 



e 

e 
e 

21-1 

X, = 0.16 pm 
P+n 

e 
e 

e 
e 

e 

e 

e 

e 

0 

- -  
.e- 

* 
i 

I I I I I 
0.1 0.2 0.3 0.4 0.5 0.6 

P V8bo402- 7 
DISTANCE INTO CELL ( p m )  

Figure 10. P'N Front  Junction 

05840 : 34 

4.9 



1020 

1019 

e 

e 

e 

e 

21-1 
n+n 
Xi = 0.3pm 

C, = 1.5 x 1 0 2 0 ~ ~ ~  

0.2 0.3 0.4 0.5 0.1 
DISTANCE INTO CELL (pm) P VSO102-8 

Figure 11. N'N Back Junction 

05840:35 

5'3 



The sheet r e s i s t i v i t y  f o r  t h e  N base m a t e r i a l  i s  more i n  l i n e  w i t h  t h e  

base l i ne  sequence s p e c i f i c a t i o n .  

55 Q/O i s  w i t h i n  s p e c i f i c a t i o n s  while t h e  back j u n c t i o n  (phosphorus doped) 

i s  low (15 R/O vs 35WO s p e c i f i c a t i o n ) .  However, f o r  a back sur face 

f i e l d ,  t h i s  deeper j u n c t i o n  should be s a t i s f a c t o r y .  

t h e  f r o n t  P'N j u n c t i o n  p r o f i l e  and the back N+N j u n c t i o n  p r o f i l e  f o r  an N 

base c e l l .  These j u n c t i o n s  a re  very s u i t a b l e  f o r  s o l a r  c e l l s .  

The f r o n t  j u n c t i o n  sheet r e s i s t i v i t y  o f  

Figures 10  and 11 show 

C e l l s  were then processed from a number o f  these i n i t i a l  samples us ing  t h e  

Westinghouse base l i ne  sequence. 

as-d i f fused samples, lower e f f i c i e n c i e s  were observed than those obtained w i t h  

t h e  base l i ne  process ( d i f f u s i o n  a t  l o w e r  temperatures i n  a tube furnace).  

When the c e l l s  were f a b r i c a t e d  on t h e  

Rapid c o o l i n g  from t h e  d i f f u s i o n  temperature (as occurs i n  t h e  f l a s h  d i f f u s i o n  

method) w i l l  g i v e  r i s e  t o  quenched-in defects .  

c l u s t e r s ,  d i s l o c a t i o n s ,  etc.,  which may o r  may n o t  be decorated w i t h  

i m p u r i t i e s .  However, these defects  serve as t r a p s  and w i l l  reduce t h e  

m i n o r i t y  c a r r i e r  d i f f u s i o n  length.  These defects  o r  t h e i r  e f f e c t s  can be 

p a r t i a l l y  o r  w h o l l y  removed by various anneal ing t reatments.  

may a l s o  assure t h a t  t h e  dopants a r e  i n  t h e i r  proper  s u b s t i t u t i o n a l  l a t t i c e  

s i t e s .  

These de fec ts  may be vacancy 

This  anneal ing 

Table 16 gives l i g h t e d  I V  data f rom a number o f  c e l l s  f a b r i c a t e d  on web where 

t h e  j u n c t i o n s  were s imultaneously formed by f l a s h  d i f f u s i o n  The t a b l e  

i nc ludes  data f rom c e l l s  processed w i th  and w i t h o u t  anneal ing a f t e r  the f l a s h  

d i f f u s i o n  process. 

The da ta  i n  Table 16 show q u i t e  c l e a r l y  t h a t  anneal ing i s  requ i red  f o r  these 

samples i f  a h i g h  e f f i c i e n c y  c e l l  i s  t o  r e s u l t .  The h ighes t  e f f i c i e n c y  

obta ined on t h e  unannealed sample was 9.4% f o r  t h e  P base c e l l s  and 11.8% f o r  

t h e  N base c e l l s .  Th is  v a l i d a t e s  the comments made regard ing t h e  quenched i n  

de fec ts  due t o  r a p i d  coo l i ng .  

These data show t h a t  h i g h  e f f i c i e n c y  c e l l s  can be obtained us ing  t h i s  j u n c t i o n  

fo rma t ion  method w i t h  maximum e f f i c i e n c i e s  o f  13.0% f o r  t h e  P base c e l l s  and 

15.2% f o r  t h e  N base c e l l s .  
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TABLE 16 

LIGHTED I V  DATA - CELLS FABRICATED ON WEB WITH JUNCTIONS FORMED 
BY PULSED DIRECTED HEATING 

Bulk Res. Voc Jsc E f  f 
C e l l  I D  Bulk Cond. IS2 cm) (v) jmA/cm2) m Comnents 

1 A  

1 B  

8A 

8B 

1 OA 

1 OB 

12A 

128 

61 A 

61 B 

66A 

668 

49A 

49B 

6A 

66 

7A 

7B 

81 A 

81 B 

85A 

87 A 

B8A 

888 

P 

P 

P 

P 

P 

P 

P 

P 

P 

P 

P 

P 

P 

P 

N 

N 

N 

N 

N 

N .  

N 

N 

N 

N 

4 

4 

4 

4 

4 

4 

4 

4 
4 

4 

4 

4 

4 

4 

1 

1 

1 

1 

1 

1 

0.5 

1 

1 

1 

,065 

.518 

.497 

.541 

* 537 

.529 

.511 

.521 

.455 

.485 

.482 

.533 

.556 

.526 

.556 

.578 

.561 

.601 

.560 

.600 

.587 

.583 

.593 

.581 

24.3 

27.1 

23.8 

29.1 

30.0 

26.0 

23.6 

27.9 

15.8 

17.2 

21 .o 
27.3 

29.3 

25.5 

24.9 

30.5 

26.6 

32.9 

25.5 

32.2 

30.5 

32.3 

32.2 

29.8 

.23 

.75 

.76 

.78 

.77 

.76 

.78 

.76 

.77 

- 7 7  

.47 

.77 

-79 

.75 

1.3 

10.5 

9.0 

12.3 

12.4 

10.5 
9.4 

11 .o 
5.6 

6.4 

4.8 

11.1 

13.0 

9.9 

-69 9.6 

.75 13.2 

.79 11.8 

.77 15.2 

.79 11.3 

.78 15.1 

* 79 14.9 

.79 14.9 

.79 15.0 

.78 13.5 

No anneal 

900°C - 1 h r  

No anneal 

800°C - 1 h r  

800°C - 1 hr  

900°C - 1 h r  

No anneal 

800°C - 1 h r  

No anneal 

700°C - 1 h r  

800°C - 1 / 2  h r  

900°C - 1/2 h r  

850°C - 1 /2  h r  

700°C - 1 h r  

No anneal 

800°C - 1 h r  

No anneal 

800°C - 1 h r  

No anneal 

800°C - 1 h r  

700°C - 1 h r  

900°C - 1 h r  

900°C - 5 min 
800°C - 1/2 h r  

NOTES: 1. A f t e r  anneal ing samples were cooled a t  2-3OC/mIn. 

2. The samples noted as A and B were f rom t h e  same web c r y s t a l .  
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Although further optimization is required, the data in Table 16 show that 
annealing temperatures approximately 800°C are required. 
carried out above 800°C, the time must be reduced to prevent further diffusion 
of the dopant species. 

If the annealing is 

Table 17 shows results of dark I V  measurements on four cells with junctions 
formed by flash diffusion. 

These data correlate well with the lighted 
greater than 200 prn diffusion length in ce 
the total cell thickness. 

After the initial feasibility tests a more 
was designed and conducted to further inve 

I V  data. Of special note is the 
1 78 which is about 1.5 that of 

complete verification experiment 
tigate the following: 

Conductivity type ( P  vs N) 

Base resistivity 
Annealing time and temperature 

An outline of the experiment is shown in Table 18. 
each resistivity and conductivity type were diffused yielding a total of 192 
samples. 

A total of 48 strips of 

The dopants used were B150 for the boron source and PlOO for the phosphorus 
source. Both sources were obtained from Allied Chemical Corporation.The 
diffusions were carried out at 1100°C for 10 sec since this cycle had 
previously produced cells with excellent characteristics. 

The annealing cycles used in this test are shown in the first two columns of 
Table 19. 
any redistribution of the dopants during the heating cycle. 
annealing cycles were carried out, the diffusion glasses were removed from 
both sides, thus there was no diffusant source on the web surface during the 
anneal. In addition, significant diffusion would occur only at the 9OO0C/30 
minute anneal. Therefore, the junction profile should not change during the 
anneal. This has been verified by spreading resistance measurements. 

The annealing schedule was set up so that there would be little if  
Before these 
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TABLE 18 

FLASH D I F F U S I O N  V E R I F I C A T I O N  EXPERIMENT O U T L I N E  

GROWTH RUN 

0 48 WEB S T R I P S  EACH OF: 0.2 Rcm P TYPE R 4 9 9  

6 Rcm P TYPE R 4 9 9  

GROWTH RUN 

0.2 Rcm N TYPE 5332 

2 Rcm N TYPE 5332 

RUN R 4 9 9  - 130 vm NOMINAL THICKNESS 

RUN 5 3 3 2  - 100 vm NOMINAL THICKNESS 

D I F F U S E  AT l l O O ° C / 1 0  SEC I N  ARGON 

ANNEAL AT TEMPERATURES 9 0 0 ° C  t o  750°C AND T I M E  OF 10 M I N .  TO 60 

M I N .  ( 6  CONDITIONS) 

COMPLETE B A S E L I N E  PROCESS (2.0 x 9.8 CM or 2.5 x 9.8 CM CELLS)  
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TABLE 19 

FLASH DIFFUSION VERIFICATION EXPERIMENT 

ANN EA L I NG 
/TEMP. "C). 

900 

900 

800 

800 

800 

7 50 

ANNEAL1 NG 
TIME ( M I N I  

30 

10  

60 

30 

70 

60 

CELL EFFICIENCY ( X I  

N BASE CELLS P BASE CELLS 

0.2 - 0.3 RCM 2 RCM 0.4 - 0.6 RCM 6-8 RCM 

13.8 (4 )  14.2 ( 2 )  11.4 (4 )  12.2 ( 5 )  

12.8 (3 )  -- (0) 10.4 (4 )  11.1 ( 5 )  

13.5 (3)  14.6 ( 3 )  10.8 ( 5 )  11.4 (3 )  

14.4 ( 2 )  14.6 (2 )  11.4 ( 5 )  11.5 ( 5 )  

14.3 ( 3 )  14.8 (2)  11.0 (6)  11.5 (6 )  

14.0 (4)  15.1 ( 2 )  12.1 (6 )  11.5 (4 )  

NOTE: 1) 
2) Samples d i f f u s e d  llOO°C/10 sec 

3) Back surface r e f l e c t o r ;  no p a s s i v a t i o n  

Numbers in.  parenthes is  i n d i c a t e  number o f  c e l l s  t e s t e d  i n  each case. 
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After the annealing cycle, the web strips were processed into cells following 
the Westinghouse baseline sequence. The cell efficiencies obtained are given 
in the remaining columns of Table 19. The best overall results were obtained 
on the 2Rcm N base cells where efficiencies greater than 15% were obtained. 
The P base cells were uniformly lower in efficiency showing no significant 
improvement in any of the annealing cycles. 

The front junction in these P base cells was slightly deeper than on the N 

base cells (-0.25 pm vs 0.15 pm). However, this is not sufficient to 
account for the efficiency difference. 
base cells was deeper than the P base cells. This effect in the P-base cells 
could result in a less effective back surface field and consequently a lower 
efficiency cell. 

Conversely, the back junction of the N 

Table 20 gives the diffusion length of selected cells as measured by the SPV 

technique. The N base cells all had diffusion lengths greater that 125 pm 
which correlates with the high efficiency cells. 
P base cells is considerably lower, although not sufficiently low to account 
for the 11-12% cells. 
cells was developed. 

The diffusion length of the 

No definitive reason for poor performance of the P base 

Figure 12 shows the average efficiency of the 2 Rcrn N base cells and 
6-8 Rcrn P base cells for various annealing cycle times and temperatures. 
These data indicate that even higher efficiency N base cells may be obtained 
with a slightly lower annealing temperature. 

Figure 13 shows quantum efficiency curves for an N base and P base cell 
produced in this experiment. The N base cell (N79) had an efficiency of 15.2% 
while the P base cell ( P 7 7 )  had an efficiency of 12.2%. This plot indicates 
the superior red and blue respons of the N base cell indicating excellent 
junction (blue response) and bulk (red response) properties. On the other 
hand, the curve for the P base ce 1 indicates relatively poor bulk and 
junction quality. 
ef f .i ci ency . 

These data are in qualitative agreement with the cell 
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TABLE 20 

DIFFUSION LENGTH MEASUREMENTS ON SELECTED FLASH DIFFUSED CELLS 

ANNEAL TEMP. 
( " C )  

900 '. 

900 

800 

800 

800 

7 50 

05840: 26 

ANNEAL TIME 
- ( M I N I  

30 

10 

60 

30 

10 

60 

DIFFUSION LENGTH (nun) BY SPV 
N TYPE CELLS P TYPE CELLS 

0.2 Rcrn - 2 Rcrn 0.2 Rcrn 6-8 Rcrn 

50 

25  

92 

7 5  

75 

--- 160 

125 185 

145 

168 

130 

-- 165 65 

-- 
--- 
--- -- 
--- -- 
--- -- 

--- 
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Table 21 gives collected data from representative flash diffused cells as a 
function of annealing time and temperature and conductivity. The bulk 
material quality for all cells is quite good with Jol being in the low 

A/cm range. 
are relatively poor. 
junction leakage current. 

2 The junction of the two low resistivity N-type cells 
The lower efficiency of cell 7N is apparently due to the 

This data supports the selection of 750-800°C as the preferred annealing 
temperature. 

2.4.3 Conclusions 

1. Simultaneous junction formation by flash diffusion is a viable technique 
to produce high efficiency solar cells 

2. N-type web of 2Rcm resistivity produces the highest efficiency cells. 

3. An annealing cycle is required after the diffusion to achieve the highest 
efficiency. 
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3.0 COST ANALYSIS 

The c o s t  o f  t h e  simultaneous j u n c t i o n  format ion s tep  by f l a s h  d i f f u s i o n  has 

been determined us ing t h e  I P E G  formulat ion.  Year ly p roduc t i on  r a t e s  o f  1MW 

and 25W were considered so t h a t  these cos ts  can be compared t o  t h e  sequen t ia l  

base l i ne  d i f f u s i o n  process us ing  a tube furnace. 

For  t h e  l M W  l i n e  s i g n i f i c a n t  i n t r a s t a t i o n  automation was assumed. 

example, when t h e  s t r i p s  a re  loaded i n t o  c lean ing  boats, t hey  progress through 

t h e  c lean ing  s t a t i o n  w i t h o u t  any need f o r  ope ra to r  ass is tance.  

was assumed t h a t  t h e  meniscus coa te r  a p p l i e s  and d r i e s  dopants i n  one 

opera t i on  a f t e r  t h e  i n i t i a l  f i x t u r e  loading. The s t r i p s ,  however, were 

assumed t o  be handled manually between t h e  s t a t i o n s .  

operators  per form as a team. The throughput o f  t h e  i n d i v i d u a l  p ieces o f  

equipment has been discussed w i t h  p o t e n t i a l  vendors and a l l  a r e  g r e a t e r  than 
t h e  r e q u i r e d  lMW/yr capac i t y .  

m a i n t a i n  t h i s  ou tpu t  by concentrat ing on s p e c i f i c  operat ions as requi red.  

assumed c a p i t a l  equipment costs  inc lude i n i t i a l  engineer ing.  

For 

S i m i l a r l y ,  i t  

I n  t h i s  process, t h e  

Therefore, t h e  operators  schedule t h e i r  work t o  

The 

The 25MW l i n e  was assumed t o  be completely automated. The operators  a c t  o n l y  
as moni tors  t o  t h e  equipment and t h e  processes. 

do n o t  i nc lude  any i n i t i a l  engineer ing cos ts  

i s  a copy o f  a p r e v i o u s l y  developed l i n e  o f  t h e  same capac i t y .  

The c a p i t a l  equipment cos ts  

That i s ,  t h i s  25MW/yr f a c i l i t y  

The Format A ' s  f o r  t h e  1 MW/yr and 25 HW/yr f a c i l i t i e s  a r e  g iven i n  Tables 22 

and 23 (Two t a b l e s  a r e  requ i red  t o  de f i ne  t h e  f i v e  operat ions) .  

est imated based on present  experience and budgetary est imates f rom p o t e n t i a l  

vendors o f  equipment and ma te r ia l s .  A l l  cos ts  a r e  i n  1985 $. 

f o r  t h e  25 HW/yr f a c i l i t y  a r e  g iven i n  Table 24 and 25. Again, cos ts  a r e  i n  

1985 1. 

A l l  cos ts  a re  

The Format A ' s  

The c o s t  o f  t h i s  d i f f u s i o n  s tep has been determined us ing  t h e  I P E G  formula as 

f 01 1 ows : 

Cost (&$ = C1(Eqpt) + C2(Space) + C3 ( D i r .  Labor + C4(Matl 's + U t i l i t i e s )  



TAKE 22 - 1 HW/yr 
1 2 SOLAR ARRAY MANUFACTURING INDUSTRY COSTING STANDARDS Page - of __ 

FORMAT A - PROCESS DESCRIPTION 

0 A-1 Process [Referent] 
JET PRIOIULSION LAWRATORY 
Col~jorn~o Ins f w f r  t P f TrchnoloLI 
48uu &k GmnCh P.lOdrM CA V l l O P  

Note: Names given in brackets [ 
by the SAMIS Computer Program. 

] are the names of process attributes requested 

0 A-2 [Descriptive. NameJof process ,L ,A,S,H, ,D, I ,  F,F,U , S , I  ,O ,N, ,P,L, U , S ,  ,A,N,N,E ,A,L, I ,N, G I  

, I  ,N,C,L,U,D,E , S I  ,D ,O,P,A,N,T, , A , P , P  ,L',N, ,A,N,D, , E  ,T,C,H, I , N , G ,  , , , , I 

PART 1 -PRODUCT DESCRIPTION 

3 A-3 [Product . Referent] D I I , F , C ,E , L , , , A-5 Unit of Measure [Product. Units] Lc I Y I 2,  , I , I I 

0 A-4 Descriptive Name [Product. Name] 9 1 I F , F , U , S , E , D ,  , C , F , I  , I  , , , , , , , , , , I , , , , , 

PART 2 -PROCESS CHARACTERISTICS 

0 A-6 [Output . Rate]  (Not Thruput) 

0 A-7 [ lnprocess . Inventory . Time] 30 

0 A-8 [Duty.  Cycle] 15 

1 74 CM2 Units (given on line A-5) Per Operating Minute 

Calendar Minutes 

Operating Minutes Per Minute 

0 A-8a [Number. O f .  Shifts. Per. Day] 3 Shifts 

0 A-8b [Personnel . lntegerization . Override. Switch] O f f  (Off or On) 

P A R T  3 - EQUIPMENT COST FACTORS [Machine . Description] 

0 A-9 Component [Referent] 

0 A-9a Component [Descriptive. Name] Cleaninq Stat ion Meniscus COater Pulse Heatinq 

.C,L,S,T,A, , , , , 

& dry ing tunnel for  Dopant Sys tern 

, D ,O ,P  ,A ,P ,'P ,L ,  , , , P,U.L,S,E,A,N,N, I 

A w l  i c a  t i  on 

0 A-10 Base Year for Equipment 
Prices [Price. Year] 1985 1985 1985 

0 A-1 1 [Purchase . Cost. Vs . Quantity . - 1 120K 1 120K$ 1 65K 

0 A-12 Anticipated [Useful. Life] (Years) 7 7 7 

Bought. Table] (Number Of and - 
$ Per Component) 

0 A-13 [Salvage. Value] ($ Per Component) 2K 3K 7K 
0 A-14 [Removal . And. Installation . Cost] 

($/Component) 2K 2K 1 K  

[Payment, Float. Interval] 0.0 0.0 0 .o 

[Inflation . Rate . Table] IRTJ I RTJ I RTJ 

[Equipment . Tax . Depreciation . Method] DDB DDB DDB 

[Equipment . Book . Depreciation . Method I SL SL SL 

J P L  3037-5 R 6 / 8 1  64 



T.4I;LE 23 - 1 MWyr 
SOLAR ARRAY MANUFACTURING INDUSTRY COSTING STANDARDS Page 2 o f 2  

FORMAT A - PROCESS DESCRIPTION 
0 A-1 Process [Referent 1 4--- JET PROlVLSiOOh LABORATORY 

Glr lornr  Inirirutr ' I  T r r h n r h ~ ~  
48W (hk Gmw lh & d e w  CA 91 I f ' V  

I 1 " " " " '  

Note: Names given in brackets [ 
bv the SAMIS Comouter Proaram. 

] are the names of process attributes requested Revision Number: - 
0 A-2 [Descriptive. Name] of process , , , , , , , , , , , , , , I , , , , , , , , , , , , , , , 

~~~ 

PART 1 -PRODUCT DESCRIPTION 

10 A.3 [Product. ReferentIL I , I , I l , A-5 Unit of Measure [Product. UnitsIL I I , a I , 

0 A-4 Descriptive Name [Product. Name] I I I I I I , I , , I , I I I , I , I ' 

I 

PART 2 *PROCESS CHARACTERISTICS ! 

0 A-6 [Output. Rate] (Not Thruput) Units (given on line A-5) Per Operating Minute 

0 A-7 [ lnprocess . Inventory . Time] Calendar Minutes 

0 A-8 [Duty .  Cycle] Operating Minutes Per Minute 1 
0 A-8a [Number. O f .  Shifts. Per. Day] Shifts I 

i 
\ 
! 0 A-8b [Personnel . lntegerization . Override. Switch] (Of f  or On) 

P A R T  3 - EQUIPMENT COST FACTORS [Machine. Description] 

0 A-9 Component [Referent] ,E ,T ,C ,H ,S ,T ,A ,  , , I B , E , L , T , F , C , E ,  , , 

0 A-9a Component [Descriptive. Name] Etchinq S t a t i o n  & Belt Furnace 
drvi nq tunnel 

0 A-10 Base Year for Equipment 
Prices [Price. Year] 1385 1985 

0 A-1 1 [Purchase . Cost. Vs . Quantity . 1 75K - 1 50K 
Bought. Table] (Number Of and - 
$ Per Component) 

0 A-12 Anticipated [Useful . Life] (Years) 7 7 

0 A-13 [Salvage. Value] ($ Per Component) 7K 7K 
0 A-14 [Removal . And. Installation . Cost] 

($/Component) 2K 3K 
[Payment. Float. Interval] 0.0 0.0 

[Inflation . Rate . Table] I RTJ I RTJ 

[Equipment. Tax . Depreciation . Method] DD0 DDB 

[Equipment . Book . Depreciation . Method] SL SL 

0.0 

I RTJ 

DDB 

SL 

J P L  30374 R 6 / 8 1  65 



T&BLE 23 - 1 #W/yr 
(Continued) Format A: Process Description (Continued) 

I I I 
REVERSE SIDE JPL 3037-5 R 6/81 

C1144D - Cost a t  2.60 $/m3 EHPER - Cost a t  3.00 $/1 

Page - of - 

I 

A-15 Process Referent (From FrontSide Line A - l l l  , , , , , , , , , 
PART 5a - BYPRODUCTS PRODUCED PER MACHINE PER MINUTE [Byproduct] 
3 A-2@ A-22 A-23 A-2 1 

Catalog Number Amount Produced Per Units Byproduct Specifications 
(Expense Item Referent) Machine Per Minute 

[Amount. Per.  Cycle] 

'REPARED B Y  COMPANY D A T E  

R. 6. Campbell Westinghouse E l e c t r i c  Corporation 
:HECKED B Y  COMPANY D A T E  

l l I I I 1 1 I I I  

PART 4 - FLOORSPACE PER MACHINE and PERSONNEL PER MACHINE PER SHIFT [Facility. O r .  Personnel Requirement] 
A-1 6 A-18 A-1 9 A-17 

Amount Required Units Requirement Description 
3 

Catalog Number 
(Expense Item Referent) [Amount. Per. Machine] 

JPL USE 
O N L Y  

-0 

,A,210,6,4,D, , , 2 00 S q  F t  Clean Room - C1. S t a  
,A,2,0,6,4,D, , , I 200 Ss F t  Clean Room - Pulse Heater 
,A,2,0,6,4,D, , , , 2 00 Sa F t  Clean Room - Etch S t a  
,B,3,6,7,2,D, , , , 1.5 PY ODe r a  t o r  Tea m 
,A,2,0,6,4,D, , , , 300 Sa F t  Clean Roo m - B e l t  Fce 

1 1 1 1 ) 1 ) 1 1 1  

PART 5b - DIRECT REQUIREMENTS PER MACHINE PER MINUTE [Ut i l i ty .  Or. Commodity Requirement I 

A-20 
Catalog Number 

(Expense Item Referent) 

3 

,E,D,O,P,E, , , , ~ 

,E,1,3,2,8,D, , , , 
,C,1,1,4,4,D, , I I 

,E ,A,C,D, I ,D, , , , 
1 1 3,2,D, , , ~ 

I 1 1 I  

A-22 
Amount Required Per 
Machine Per Minute 

[Amount. Per .  Cycle] 

1.5E-5 
0.020 
0.01 
1 .50E-3 

2.14E-3 
6.OF-3 

A-23 
Units 

1 
Kq 

.Cubic M. 
Cu M 

Kw H 
1 

1 I 
1 

A-2 1 
Requirement Specifications 

Dopants 
Hvdrof luor ic  Acid 
D1 H-0 
Acid Bisp 
E l e c t r i c i t v  

J tvdroam Perox i de 

Hcl 

I I I I I I I I I I  

PART 6 - INTRA-INDUSTRY PRODUCT(S) REQUIRED 
A-24 A-28 A-26 A-2 7 A-25 

[Required . Product] [Yield] (Ideal . Ratio] Of Units of A-26 Product Name 
0 

2 2  Diffused Cel l  98 1 .oo cm /cm 
( Reference) ( % I  Units Out/Units In 

l f i ~ ~ f i ~ ~ ~ ~ l  

66 



TABLE 24 - 25 YW/vr 
SOLAR ARRAY MANUFACTURING iNOUSTRY COSTING STANDARDS 

FORMAT A - PROCESS DESCRIPTION 
Page - 1 of - 2 

0 A-1 Process (Referent] 

F, L , D ,  I ,  F , A ,  N 

JET P R O I U U l O h  LA*)RATOR\ 
L.l t lor*r Imirirurr I '  I n h n  a h > ' t  

d e w  i h k  ~ n ~ . r L t  P o u r -  ( 4  v l l ~ r ~  

Note Names given in brackets I 
by the SAMlS Computer Proqram 

] are the names of process attributes requested Revision Number: 

I - 

I On-2 [Descriptive.Name]ofprocess ,F,L , A , S , H ,  , D , I , F , F , U , S  , I , O t N l  ~ P j I , U I S ,  , A , L & F t A , I I l , N , I ; I  

L I ,  N, C, L , U , D ,  E , S ,  , D , O , P , A , N , T ,  , A , P , P , L I N ,  ,A,N,D, , E , T , C , H ,  I , N , G ,  , , , , , 
1 

PART 1 -PRODUCT DESCRIPTION I 

00 A-3 (Product. Referent],D, I I F ,  C , E ,  L ,  , , A-5 Unit of Measure [Product . Units] I M, 2, , I I I , 

O A-4 Descriptive Name [Product. Name] ,D, I ,  F, F ,  U, S ,  E ,  D ,  , C ,  E ,  L , L ,  , , , , , , , , , , , , , , , ' 

) ~ ' 1 I 1 1 1 I 1 ~ ~ ~ 1 ~ I ~ I 1 ~ ~ ~ I I ) I I I 1 I I I I 1 I I I ) I I  

PART 2 -PROCESS CHARACTERISTICS 

0 A-6 [Output. Rate ]  (Not Thruput) 

0 A-7 (Inprocess. Inventory . Time] 30 Calendar Minutes 

0 A-B [Duty.  Cycle] 15 Operating Minutes Per Minute 

0 A-8a [Number. O f .  Shifts. Per. Day] 3 Shifts 

4350 CM2 Units (given on line A-5) Per Operating Minute 

0 A-Bb [Personnel . lntegerization . Override. Switch] Of f  (Off or On) 

PART 3 - EQUIPMENT COST FACTORS [Machine . Description] 

0 A-9 Component [Referent] , C , L , S , T , A ,  , , , , , D , O , P , A , P , P ,  , , , , D , U , L , S , A , N ,  , , , 

0 A-93 Component [Descriptive. Name] Cleanina Stat ion Meni SCUS ( h a t e r  Pulse Heat inq  
f o r  P r e - D i f f .  f o r  DoDant System ( F l a s h  
c l e a n i n q  anpl ' n  Anneal 1 

0 A-10 Base Year for Equipment 
Prices (Price . Year] 1985 1985 1985 

0 A-1 1 [Purchase . Cost. Vs . Quantity . 1 1409 000 1 130,000 5 85,000 
Bought. Table] (Number Of and - 
$ Per Component) - - 

0 A-12 Anticipated [Useful . Life] (Years) 7 7 7 

0 A-13 [Salvage. Value] ($Per Component) 2 ,000 1.000 5.000 A l l  
0 A-14 [Removal . And . Installation . Cost] 6,000 5 it 3,000 3,000 

($/Component) 

[Payment. Float. Interval] 0.0 0.0 0.0 

[Inflation . Rate . Table] I RTJ I RTJ I RTJ 

[Equipment . Tax . Depreciation . Method] DDB 

SL [Equipment. Book . Depreciation . Method] 

DDB 

SL 

DDB 

SL 

t 
J P L  3037.s R 6 / 8 1  67 



TABLE 25 - 2 5  FlWlvr 
SOLAR ARRAY MANUFACTURING INDUSTRY COSTING STANDARDS 

FORMAT A - PROCESS DESCRIPTION 
Page __ 2 of - 2 

0 A-1 Process [Referent] 

Note: Names given in brackets [ 
by the SAMIS Computer Program. 

] are the names of process attributes requested 

0 A-2 [Descriptive. Namelof process , , , , , , , , , , , L I I I I I I , , I , , , , , , 

1 ~ ~ ~ ~ ~ 1 ~ ~ 1 1 ~ 1 1 1 ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ ~ 1 ~ ~ 1 : * ~ ~ ~ ~ 1  

1 1 1 1 1 , 1 1 1 1 1 1  

'ART 1 -PRODUCT DESCRIPTION 

3 0  A-3 [Product. Referent], I , I I I A-5 Unit of Measure [Product. U n i t s ] ~  , I I I I I I I 

0 A-4 DescriptiveName[Product. Name] I I I I I 1 I I I 1 1 1 I 1 1 1 1 1 1 6 I 8 1 

1 1 1 1 1 1 1 1 1 ,  

PART 2 -PROCESS CHARACTERISTICS 

0 A-6 [Output. Rate] (Not Thruput) Units (given on line A-5) Per Operating Minute I 

0 A-7 [Inprocess. Inventory . Time] 

0 A-8 [Duty.  Cycle] 

Calendar Minutes 

Operating Minutes Per Minute 

0 A-8a [Number. O f .  Shifts . Per. Day] Shifts 

0 A-8b [Personnel . lntegerization . Override. Switch] (Off or On) 

PART 3 - EQUIPMENT COST FACTORS [Machine . Description] 

0 A-9 Component [Referent ] LE,T,C,H,S,T,A,  , , B , E , L , T , F , C , E ,  , , , , , , , , , , , 

0 A-9a Component [Descriptive. Name] Etch - B e l t  f u r n a c e  
D i f f u s i o n  Glass f o r  anneal  i n q  
removal 

0 A-10 Base Year for Equipment 
Prices [Price. Year] 1985 1985 

0 A-1 1 [Purchase . Cost. Vs . Quantity . 1 1 95,000 - 

0 A-12 Anticipated [Useful. Life] (Years) 7 7 

0 A-13 [Salvage. Value] ($ Per Component) 2,000 2,000 

Bought. Table] (Number Of and - 
$ Per Component) 

0 A-14 [Removal . And . Installation . Cost] 
($/Component) 3,000 3,000 

[Payment. Float. Interval] 0.0 0.0 0 .o 

[Inflation . Rate . Table] l R l J  I RTJ I RTJ 

[Equipment . Tax. Depreciation . Method1 DDB DDB DDB 

[Equipment . Book . Depreciation . Method] SL SL SL 

J P L  3037-S R 6 / 8 1  
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Format A: Process Description (Continued) 

'REPARED BY 

:HECKED BY 

TABLE 75 - 25 M W / y r  
(Continued) 

COMPANY D A T E  JPL USE 
ONLY 

COMPANY DATE 

-0 

Page - of - 

J 

A-15 Process Referent (From Front Side Line A. l ) ,  I , , , , , , , , 
PART 5a - BYPRODUCTS PRODUCED PER MACHINE PER MINUTE [Byproduct] 

A-20 A-22 A-23 A-21 
Catalog Number Amount Produced Per Units Byproduct Specifications 

3 
(Expense Item Referent) Machine Per Minute 

[Amount. Per.  Cycle] 

L 1 ' I  I . *  1 ,  I 

L * 1 1 1 1 f i ~ ~ I  

I I I I l l I r l l  

PART 4 - FLOORSPACE PER MACHINE and PERSONNEL PER MACHINE PER SHIFT [Facility. Or .  Personnel Requirement] 
A-1 6 A-18 A-1 9 A-17 

Catalog Number Amount Required Units Requirement Description 
0 

(Expense Item Referent) [Amount. Per. Machine] 

,A,2,0,6,4,D, , , , 400 Sq F t  C1. Rm Space - Pre D i f f  C1 

,A,2,0,6,4,D, , , , 600 
,A,2,0,6,4,D, , , , 300 Ss F t  C1. Rm Space - Etch Sta. 
,A,2,0,6,4,D, , , , 5 00 Ss F t  C1. Rm Soace - B e l t  Fce 
,B,3,6,7,2,D, , , , 4 Py Team ODera t o r s  

Ji 21 08 63 4,D, , , 800 ~.QLL- C1. Rm w q  Ctr 
Sq F t  C1. Rm 8 a c e  - 5 Uni ts - F1. D i f f  

1 1 1 1 1 # 1 1 * 1  

PART 5b -DIRECT REQUIREMENTS PER MACHINE PER MINUTE [Uti l i ty. Or. Commodity Requirement] 

A-20 A-22 A-23 
Catalog Number Amount Required Per Units 

3 
(Expense Item Referent) Machine Per Minute 

[Amount. Per. Cycle] 

A-21 
Requirement Specifications 

,E ,A ,M,H ,X ,  , , , , 0.134 1 Ammoni um Hydroxi de 
-0.o2O 
lE,D,O,P,E, , , , , 3.3 x lo-' 1 Dopants 
, E , H , P , E , R ,  , , , I 0.055 1, Hydrogen Peroxide 
,C,1,1,4,4, D, , , , 0.01 M" D1 H,O 
,C,1,1,3,2,D, , , , 0.69 Kw E l e c t r i c i t v  
,E,A,C,D,I,D, , I , 0.06 Gal Acid Disposal 

a , c , L ,  , , 1 , , 0.130 A ;k%?d 

1 ' 1 I I I I I I I  

PART 6 - INTRA-INDUSTRY PRODUCT(S1 REQUIRED 
0 A-24 A-28 A-26 A-27 A-25 

[Required . Product] [Yield] [Ideal . Ratio] Of Units of A-26 Product Name 
Units Out/Units In 

1 0 8  I a n t  8 8 1  Dif fused Cel l  98% 1 .oo cm /cm 2 2  (Reference) (%I  
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Where: C1 = 0.57 for 7 yr. depreciation cycle 

c2 = $111 

C3 = 2.8 and 

c4 = 1.2 

Table 26 lists the total costs (1985 $) for the various cost factors in the 
two line sizes. These figures show significant economy of scale for the large 
line. 

Table 27 shows the results of the I P E G  calculations in 1985 $. 

direct comparison, a similar I P E G  calculation was made on the sequential 
diffusion process. 

To obtain a 

These data show there is significant cost savings using the flash diffusion 
process. 

In addition, since this process has been shown to produce very hlgh efficiency 
cells, the potential savings is even greater than shown in Table 27. 
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TABLE 26 

COST FACTORS - 1 MW/YR AND 25 HW/YR FACILITIES 

(1985 $1 

C a p i t a l  Equipment 

Space (Sq .  F t )  

Dir. Labor (unburdened) 

M a t e r i a l s  

U t i l i t i e s  

1 HW/YR 

$295,000 

900 Sq. F t .  

$ 97,200 

$ 26,189 

$ 625 

25 MW/YR 

$531,000 

2600 Sq. F t .  

$259,200 

$384,182 

$ 17,147 
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TABLE 27 

COST OF FLASH DIFFUSION VS. SEQUENTIAL DIFFUSION 

1 MW/YR 25 MW/YR 

0.57 $ /wat t  0.072 $ /wat t  

Sequential  D i f f u s i o n  0 .92  $ /wat t  0.134 $ /wat t  
(19850) 

05840: 15 
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4.0 CONCLUSIONS 

Dur ing  th i s  program several d i f f e r e n t  techniques t o  simultaneously d i f fuse  the 
f r o n t  and back junctions i n  dendri t ic  web s i l i c o n  were investigated.  
successful simultaneous diffusion (as  opposed t o  sequential d i f fus ion)  reduces 
the  cos t  of the  s o l a r  c e l l s  by reducing  t h e  number of processing steps, the  
amount of capi ta l  equipment and the labor content. 

A 

The three  techniques studied were: 

1 .  Simultaneous diffusion a t  standard temperatures and times us ing  a tube 
type diffusion furnace o r  a b e l t  furnace, 

2 .  diffusion u s i n g  excimer l a s e r  drive-in, and 
3. Simultaneous diffusion a t  h i g h  temperature and shor t  times u s i n g  a pulse 

of h i g h  in tens i ty  l i g h t  as the heat source. 

The simultaneous diffusion a t  standard temperatures and times produced f r o n t  
and back junctions which were adequate f o r  s o l a r  cel l  operation; however, i n  
a l l  experiments carr ied out the f a s t  d i f f u s i n g  phosphorus contaminated the  
boron doped junction causing d i f f u s i o n  pipes or  shorts  w i t h  a resulting low 
e f f i c i e n c i e s  when these samples were processed i n t o  c e l l s .  
d i f fusion masks d i d  not prevent t h i s  cross-doping. 

T h e  use of various 

The use of an excimer l a s e r  t o  drive i n  the  dopants was more successful.  
There was no cross contamination noted i n  any of the  t e s t s .  
t o  drive i n  the  phosphorus doped junction t o  the  proper junction depth of 
about 0.18 um w i t h  a low surface concentration. However, under the  
cons t ra in ts  of t h e  experimental equipment used, an adequate boron doped 
junction was not achieved. 
various annealing cycles d i d  not produce c e l l s  w i t h  e f f i c i e n c i e s  grea te r  than 
0.65 t h a t  of baseline c e l l s .  
power should achieve the  drive-in of the boron dopant. 

I t  was possible 

Tests w i t h  aluminum as  the P type dopant and 

I t  was concluded t h a t  the  use of higher l a s e r  

The h i g h  temperature short  time diffusion experiments ( f lash  diffusion)  were 
very successful.  When this  technique was coupled w i t h  a 750-800°C annealing 
cycles,  c e l l s  i n  excess of 15% were produced on N-type material w i t h  somewhat 
lower e f f i c i e n c i e s  obtained on P-type web. In these experiments an optimum 

0551 0: 33 
73 



time and temperature for both the diffusion and annealing cycle were 
determined. 

An IPEG calculation was made to compare the cost o f  this flash diffusion 
technique with the baseline sequential diffusion process. Two production 
quantities were chosen for this comparison: 1 MW/yr and 25 MW/yr facilities. 

In both cases there were significant cost savings. In the 1 MW/yr facility 
the savings was 0.35 $/watt (-40%) and in the 25 MW/yr facility the savings 
was 0.062 $/watt or -50%. 
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